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enormous interest in low-power, non-
volatile, two-terminal resistive memory 
devices.[2–7] The ability of memristors 
to emulate the analogue switching and 
learning properties of biological syn-
apses,[8–11] is also emerging as a significant 
area of importance that has the poten-
tial to usher in a new generation of large 
scale bioinspired neural networks. In 
recent years memristor performance has 
advanced considerably. Very high levels of 
endurance (120 billion cycles) and reten-
tion have been achieved and ultrahigh 
density crossbar arrays have been realized 
with scalability down to ≈2 nm.[12] Key 
challenges however remain, such as varia-
bility between devices when programming 
to the same desired state and long device 
access times (latency), which is currently 
preventing memristive based neuromor-
phic hardware from going mainstream.[13]

The optical control of memristors is gaining interest as a 
means to spatially and temporally switch or fine-tune the 
electronic properties of devices to the desired specifications. 
Numerous potential applications are anticipated, including 
optical signaling and switchable memory elements in optical 
communications and photonic integrated circuits, light sen-
sors, fast parallel reset of memory banks, etc. To date, rela-
tively few optical memristors have been reported, with most 
applying photoconductive effects, inherent to many semi-
conductors, to induce resistive memory switching.[14,15] For 
example, a photocurrent has been used to shift the resist-
ance of the high- and low-resistive switching states as well as 
the threshold voltage for switching.[16–18] In these devices the 
optical and electrical switching have similar origins and result 
from the charging and discharging of the same long-lived 
trapped states, which raise and lower the barrier for charge 
transport across an interface. Memory logic operations have 
been obtained by combining electrical and optical pulses.[19–21] 
The transmission of plasmonically coupled light through a 
waveguide was modulated by resistive switching in a plas-
monic memristor.[22,23]

In a recent publication we demonstrated reversible and 
latched optical switching of a resistive memory device.[24] 
Intriguingly, the optical effect as well as the electronic effect is 
integrative: the resistance depends on the cumulative optical 
energy onto the device as well as the cumulative current. The 

An optical memristor where the electrical resistance memory depends on 
the history of both the current flowing through the device and the irradiance 
of incident light onto it is demonstrated. It is based on a nanocomposite 
consisting of functionalized gold nanoparticles in an optically active 
azobenzene polymer matrix. The composite has an extremely low percolation 
threshold of 0.04% by volume for conductivity because of the aggregation 
of the conducting nanoparticles into filamentary nanochannels. Optical 
irradiation results in photomechanical switching through expansion of 
the thin film from above to below the percolation threshold, giving a large 
LOW/HIGH resistance ratio of 103. The device acts as an artificial synapse, 
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spatial modulation of long- and short-term memory.
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Resistive Memory

1. Introduction

Leon Chua’s pioneering work on the theoretical description of 
memristors,[1] combined with their potential applications in 
next generation logic circuits and memory devices, has sparked 
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optical effect enables dynamic control of the memristor’s 
learning properties, including optical switching between 
short-term and long-term memory and optical control of the 
synaptic efficacy, opening the way to new, optically reconfig-
urable neural network circuits.[24] The device was enabled by 
depositing an optically active azobenzene polymer material 
onto a vertical array of resistive-switching ZnO nanorods. Illu-
mination induces trans/cis isomerization of the azobenzene 
groups, which expands or contracts the polymer layer and 
alters the resistance of the low/high states and retention time. 
However the LOW/HIGH ratio, i.e., the ratio between the resis-
tivity values of the two resistive memory states, is low, ≈10, and 
optical irradiation shifts the resistance of both states, rather 
than significantly changing the LOW/HIGH ratio. A more 
promising approach is the optical modulation of the plas-
ticity of only one of the memory states. This requires the two 
memory states to respond differently, so the standard approach 
of defects charging/discharging is not viable. We adopt a com-
pletely different approach exploiting percolation thresholds in 
nanocomposites to maximize the LOW/HIGH ratio. This is 
achieved by a new, segregated nanocomposite material, which 
displays resistive memory switching behavior. The nanocom-
posite consists of spherical gold nanoparticles (NPs) distributed  
in a photoactive polymer, which aggregate into conducting 
nano channels forming percolation pathways across the layer. 
The unique properties of this nanocomposite are optimal at 
a filler volume fraction just above the percolation threshold, 
which is extremely low because of segregation. Expansion of 
the host, on irradiation with light, reduces the effective filler 
volume fraction below the percolation threshold, causing a 
large drop in conductivity of the high resistance state (HRS). 
The conductivity of the low resistance state (LRS) state is hardly 
changed by the photomechanical expansion. Hence, a tristable 
memristor is obtained with a common low resistance state and 
an optically switchable HRS, giving an LOW/HIGH ratio of up 
to 103 under illumination. This is the first time that percolation 
has been applied to an optical memristor, although a  
photomechanical switching of conductivity across a percolation 
threshold has previously been reported.[25,26]

2. Results and Discussion

Figure 1a shows a schematic of the device, consisting of a 
single layer of a photoactive azobenzene polymer, poly(disperse 
red 1 acrylate) (PDR1A), containing functionalized gold NPs 
of diameter 6–7 nm sandwiched between electrodes of indium 
tin oxide (ITO) and aluminum. PDR1A undergoes a reversible 
trans–cis–trans photochemical isomerization upon optical exci-
tation,[27–29] as shown in Figure 1b. This isomerization results 
in the photoinduced expansion and contraction of the thin film, 
as illustrated in Figure 1c for the undoped PDR1A sample. 
The absorption probability of the azobenzene chromophore is 
greatest when its transition moment is parallel to the electric 
field of the incident wave. The excited molecules reorient to 
a position that is independent of their original orientation.[30] 
This reorientation is enhanced by configurational changes, 
since isomerization from the trans- to the cis isomer reduces 
the molecular volume.[31] When circularly polarized light is 

incident, only chromophores aligned in the plane of the layer 
are reoriented, so that the out-of-plane chromophore distribu-
tion increases with time, leading to an expansion of the thin 
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Figure 1. a) Schematic of the optical memristor device consisting of 
Au nanoparticles (NPs) embedded within a thin film of azobenzene 
polymer poly(disperse red 1 acrylate) (PDR1A) and deposited between 
ITO and Al electrodes. b) The trans–cis photochemical isomerization of 
PDR1A. c) Thickness changes of a PDR1A film with time on irradiation 
with (red line) circularly polarized light of intensity 180 mW cm−2. The 
green and blue lines show film contraction of the expanded film with time, 
with (forced relaxation) and without (thermal relaxation) irradiation using 
linearly polarized light, respectively.
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film. The observed increase in the thickness 
is ≈20%, which is consistent with previous 
reports.[32] On removal of the light, cis–trans 
isomerization occurs spontaneously, so the 
film thermally relaxes to its original thick-
ness within 150 min, as the equilibrium 
chromophore distribution is restored. Simi-
larly excitation with linearly polarized light 
restores some in-plane alignment, as the in-
plane chromophores, which have a transition 
moment perpendicular to the electric field of 
the beam, cannot be reoriented by the polar-
ized light. This forced relaxation restores the 
film to its original thickness in 15 min.

Figure 2a shows the conductivity of the 
gold NP doped samples, 1–6 (see Table S1, 
Supporting Information), as a function of the 
gold NP volume fraction. There is a sharp 
increase of conductivity, over three orders 
of magnitude, when the volume fraction 
increases from 0.033% (sample 2) to 0.065% 
(sample 3). Such behavior is expected from 
the physical phenomenon of percolation, 
where above a certain critical threshold, the 
conducting filler forms conductive paths 
in an inert host. These connect the two 
electrodes of the device, effectively short-
circuiting the device itself. The critical 
filler fraction is also often referred to as 
the percolation threshold. The supercritical 
(subcritical) regime notation refers to filler 
fraction values above (below) the percola-
tion threshold, respectively. The DC conduc-
tivity of the system can be approximated by a 
power law given by the following equation[33]
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where DC
fillerσ  and DC

hostσ  are constants related 
to the conductivities of the filler and host, 
respectively, fc is the percolation threshold 
and t and s are the super- and subcritical per-
colation exponents, respectively. Equation (1) 
can be regarded as a simplified phenom-
enological approximation to a more complex 
law.[34] The pink curve in Figure 2a repre-
sents a plot of the supercritical function of 
Equation (1) and shows a good match to the experimental per-
colation regime, with a percolation threshold of 0.04% and a 
supercritical exponent t = 1. A striking feature of these data is 
that the percolation threshold is extremely low for a spherical 
filler. Indeed, the percolation threshold for 3D films of homo-
geneous nanocomposites with spherical fillers is estimated[35] 
experimentally and theoretically to be ≈20%. The low threshold 
found here compares well with those obtained for nanocom-
posite materials doped with conducting fibers, such as metal 
nanowires[36,37] or carbon fibers,[38] where both anisotropy and 

alignment enable electrical connectivity at much lower filler 
concentrations. In these materials the critical percolation 
threshold can decrease by two to three orders of magnitude, to 
a value as low as 0.032%,[39] by changing the aspect ratio.[39–41] 
A very low percolation threshold of 0.025% was achieved for 
spherical organic conducting nanoparticles, doped in an inert 
polymer matrix by segregation due to self-assembly.[42] We sug-
gest that the percolation behavior shown in Figure 2a with a 
very low percolation threshold provides indirect experimental 
evidence for an inhomogeneous nanocomposite, where the 
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Figure 2. a) Conductivity of two-terminal devices as a function of Au NP volume fraction in 
PDR1A. At each volume fraction, the data points shown in the graph represent the average, 
maximum, and minimum conductivity of the nanocomposite film. The black curve represents 
a guide to the eye of the observed data trend. The pink curve represents a plot of the super-
critical function given in Equation (1) showing a good match to the experimental percolation 
regime, assuming a percolation threshold of 0.04% and a supercritical exponent t = 1. The 
images illustrate the segregation of NPs below, at and above percolation threshold. b) TEM 
image of an annealed thin film of Au doped PDR1A of volume fraction 0.065%, showing the 
inhomogeneous distribution of NPs and the development of a filamentary pathway extending 
across most of the bulk film. The metal layer present in the lower left of the TEM image at 
this interface is added after thermal annealing to protect the device structure during cross-
sectioning by microtome.
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NPs segregate into conducting ribbon-like pathways. The 
images in Figure 2a illustrate the concept. Below threshold, 
the concentration of NPs is too low to bridge the thin film. 
At percolation threshold, one or more bridging pathways are 
formed and these are extended as the concentration of NPs is 
increased above threshold. Transmission electron microscopy 
(TEM) images of the thin film of sample 3 support the hypoth-
esis. Figure 2b shows the image of the NP-doped PDR1A film, 
capped with a metal layer (lower left) that was deposited fol-
lowing thermal annealing of the film at 95 °C for 8 h. The NPs 
are not homogeneously distributed but are mostly located at 
what was the polymer/air interface. Similar segregation has 
been reported in a number of systems and has been attributed 
to competing enthalpic and entropic processes during thermal 
annealing.[43–45] The film also shows discrete regions, where 
filamentary pathways or extended clusters of NPs traverse 
across the polymer layer between the two electrodes. We sug-
gest that these are the origin of the percolation nanochannels 
across which electrons can tunnel. It is beyond the scope of this 
paper to explain how and why ribbon-like filaments are formed. 
One possibility might be incomplete migration to the surface 
of a randomly formed NP aggregate pinned to a void or defect 
in the bulk of the film.[46] However, these regions are not exten-
sive and most of the bulk contains very few NPs, as shown in 
Figure S1 in the Supporting Information.

The Au NP:PDR1A nanocomposite material exhibits 
bipolar resistive memory switching using electronic stimuli. 

Figure 3a shows current–voltage (I–V) curves obtained by per-
forming symmetric bias sweeps on an initially fresh device on 
sample 3. The device is initially found in its HRS state and 
a transition to the LRS is observed at ≈+0.4 V (also referred 
to as SET transition), while the opposite transition (also 
referred to as RESET transition) has an onset bias of ≈−0.4 V 
and is much smoother than the SET one. The SET transition 
always takes place at positive biases, while the RESET one 
always occurs at negative biases. The phenomenon is highly 
reproducible, as demonstrated by the overlapping I–V cycles 
shown in Figure 3a. Figure 3b shows that the ON/OFF ratio, 
i.e., the ratio between the LRS and HRS conductivity values 
is maximum, equal to about 300, for sample 3, i.e., just above 
the percolation threshold. When the gold NP volume fraction 
is higher, the HRS has a large current due to multiple perco-
lating pathways, see Figure S2 in the Supporting Information, 
which shows the I–V characteristics of samples with different 
gold nanoparticle concentrations. Both the LRS and HRS state 
of sample 2, whose gold NP concentration is below the per-
colation threshold, are of low conductivity whilst sample 1 
and the PDR1A host do not show any resistive switching. It 
is beyond the scope of this work to precisely understand the 
physical mechanism behind the resistive switching observed 
in Figure 3a. However, Figure S2 in the Supporting Infor-
mation shows that both the HRS and LRS states of all sam-
ples seem to be 1) ohmic (see Figure S2b, Supporting Infor-
mation) and 2) with a zero bias at zero current crossing for 
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Figure 3. a) Repeated symmetric I–V characteristics of sample 3, between −1 V and +1 V; the sweep starts at −1 V with the device found in its HRS; the 
corresponding conductivities for the HRS, σHRS, and LRS, σLRS, have been calculated by linear fitting the data. b) The ratio between the conductivities 
of the LRS and HRS states recorded on all samples considered in this work; a clear optimum (maximum) is identified for the sample just above the 
percolation threshold, i.e., sample 3. c) The electrical conductivity (HRS) of sample 3 is shown before (black cross) and after (red triangle and arrow) 
expansion of the film as a result of irradiation by circularly polarized light. The red box indicates the range of observed HRSopt values due to statistical 
fluctuations. Irradiation with linear polarized light corrects the sample and restores the original conductivity (green circle and arrow). The black curve 
is a guide to the eye representing the conductivity versus nanoparticle volume fraction from Figure 2. The two schematics on the right illustrate that 
expansion of the film separates the particles across the film. The conductivity of the undoped PDR1A film is shown by dashed lines following similar 
optical cycling. d) Conductivity as a function of time during expansion and subsequent forced relaxation of the doped film.
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both forward and backward bias sweeps (see Figure S2a, Sup-
porting Information). These two features show the absence 
of any measurable dynamic charge trapping, since the pres-
ence of any trapped charges that are dynamically injected and 
extracted from the film would result in a more complex I–V 
behavior[47] and the I–V sweeps would show hysteresis with 
subsequent mismatch in the zero current crossing between 
forward and backward sweeps.[48,49] It is worth noting though 
that charge trapping has been suggested as a switching mecha-
nism for polymer-metallic NP resistive switching memories in 
ref. [50]. We have suggested above that the conductivity in the 
HRS originates from segregated gold nanofilaments. Perhaps 
the electrically induced LRS, which has a significantly higher 
conductivity than the fresh devices, is related to some sort of 
structural and morphological change of the percolation path, 
e.g., migration of gold nanoparticles from the interface to the 
bulk so creating extra conducting nanofilaments, that could 
be responsible for an increased conductivity by two to three 
orders of magnitude as compared to that of the HRS (or fresh 
percolating devices). Cis–trans isomerization of the PDR1A 
host creates free volume, which may enable such reconfigura-
tion. At this stage more investigations are required in order to 
elucidate this point.

Figure 3c demonstrates the optoelectronic response of a 
gold NP-doped PDR1A device with the NP concentration 
tuned to just above the percolation threshold. As shown in 
Figure 1c, for the undoped PDR1A, irradiation of the sample 
using circularly polarized light for 30 min induces a photo-
mechanical response leading to an expansion of the sample 
by about 20%. This breaks the filamentary conducting path-
ways, causing a large decrease (almost three orders of mag-
nitude) in the device’s conductivity (red arrow represents the 
change in conductivity) from a HRS to an optically enhanced 
high resistance state, denoted HRSopt. The extremely large 
optical modulation happens because the operating conditions 
of the device are effectively migrating across the percolation 
threshold, from a supercritical condition to a subcritical one. 
This is illustrated in the schematic diagram of Figure 3c, 
which shows that the average interparticle distance increases 
as the PDR1A is stretched on irradiation. It is beyond the 
scope of this paper to elucidate how the NPs themselves move 
under irradiation. The expansion of the thin film is revers-
ible on irradiation with linearly polarized light, shifting the 
device conductivity back to its original value (green arrow). A 
typical conductivity transient during the transition is shown 
in Figure 3d. For irradiation with circularly polarized (linearly 
polarized) light of constant intensity, the conductivity drops 
(increases) as a function of time to a minimum (maximum) 
saturated level, reflecting the changes in film thickness. The 
presence of plateaus and sharp transitions in conductivity 
during irradiation may indicate that the expansion and con-
traction causes the breaking and connection of individual per-
colation pathways.

The photomechanical and electronic responses are com-
bined in the optical memristor, whose current–voltage charac-
teristics are illustrated in Figure 4a. Interestingly the LRS is 
hardly affected by optical modulation of the resistive switching 
device. Here the I–V sweeps, shown in red, are recorded at 
the end of a film expansion, resulting from 15 min irradiation 

with circularly polarized light, whilst the green sweeps are 
made after the film is fully relaxed. It should be noted that the 
SET transition in an expanded film takes place at a bias that 
is slightly, but reproducibly and consistently higher than that 
in a fully relaxed condition, +0.6 V and +0.4 V, respectively. 
The switching is highly reproducible as shown in Figure S3 in 
the Supporting Information. Figure 4b gives a more detailed 
view of the temporal evolution of the conductivities of the 
HRS and LRS during photo induced expansion and relaxa-
tion cycles. The integrating effect is observed: the conductivity 
increases (decreases) as a function of time although the irra-
diance of the incident circularly polarized (linearly polarized) 
beam remains constant. The maximum reduction of over 
two orders of magnitude occurs after 30 min irradiation, see 
red dashed line in Figure 4b. The conductivity of the HRS is 
linked to the breaking/reforming of percolation paths in the 
nanocomposite, i.e., compare with results in Figure 3d. The 
fact that the electronic LRS does not undergo any remarkable 
drop in conductivity as a result of film expansion clearly dif-
ferentiates the LRS from the HRS. Noting from Figure 2b that 
many nanoparticles are located at the surface of the composite 
film, a tentative explanation can be given: NPs may be electri-
cally induced to migrate from the surface to the bulk to extend 
the percolating pathways in the LRS. This effectively creates a 
film with a higher bulk filler volume fraction. On expansion 
of the film, the conductivity of the HRS shifts from above to 
below percolation threshold, whilst it remains above threshold 
for the LRS. A tristable device has been created with a more-or-
less optically independent LRS and an HRS, whose plasticity 
(conductivity) can be significantly altered, depending on the 
intensity and the illumination period of the incident optical 
beam. The lifetime of the HRSopt depends on the time taken 
for the expanded film to return to its relaxed state. Figure 4c 
compares the relaxation of HRSopt to HRS achieved using lin-
early polarized irradiation (forced) and in the dark (thermal 
relaxation). The timescales for the relaxation of conductivity 
match those obtained for film contraction (see Figure 1c). 
Forced relaxation switches the device from the HRSopt to the 
HRS in 900 s (15 min) while thermal relaxation is clearly much 
slower than that. Finally, it is shown that the memristor acts 
as a synapse, which “learns” by adapting to repeated signaling 
events. Spike-timing-dependent plasticity is used to quantify 
the learning, with plasticity monitored by changes in the elec-
trical resistance, ΔG/G, as a function of the time difference, Δt, 
between two electrical pulses of opposite polarity applied to the 
memristor[51] (see Figure 4d). ΔG is the difference in the con-
ductance of the memristor before and after the double pulse. 
The figure shows that the plasticity varies as expected[52–54] with 
Δt, showing the learning potential of such a memristor neural 
network. The plasticity also increases significantly under irra-
diation with UV light, demonstrating the optical control of 
learning. The photo mechanical polymer, PDR1A, was chosen 
just as a model system to demonstrate this unique optical 
memristor configuration, but it has the dual disadvantage of 
low optical sensitivity and a long response time. The sensitivity 
can be increased enormously, for example, by the replacement 
of PDR1A by a liquid crystalline azo–polymer to amplify the 
optical effect.[55] Similarly the optical response times can be sig-
nificantly varied by molecular design.

Adv. Electron. Mater. 2019, 5, 1900197
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3. Conclusion

In conclusion we have developed a tristable optical mem-
ristor with an extremely high LOW/HIGH resistance ratio by 
exploiting photoexpansion of a nanocomposite, containing 
conducting gold nanoparticle channels, to optically switch the 
HRS from above to below the percolation threshold. The nano-
composite morphology is assumed to change when the device 
is electrically set, so the LRS does not switch across the perco-
lation threshold. We show that the device acts as an artificial 
synapse, where the plasticity and the lifetime of the HRS state 
can be optically controlled. The spatial and temporal patterning 
of such memristor arrays by light can be used to dynamically 
reconfigure neural circuits or modulate the learning proper-
ties of specific regions of artificial brain-like systems. The 
devices have the potential to mimic human visual memory, 
as they solve the key challenge of how to detect and store the 
image information.[56] Uniquely, the ability to optically control 
the lifetime by subsequent irradiation with a different pat-
tern of linearly polarized light adds intriguing possibilities to 
temporally and spatially switch between long- and short-term 
memory.

4. Experimental Section

The schematic of the device (Figure 1a) consists of a single thin-film 
(200 nm thick) of the optically active and electronically conducting hybrid 
polymer/nanoparticle material sandwiched between conducting ITO 
and aluminum electrodes. The thin film is made by mixing an optically 
active polymer, poly(disperse red 1 acrylate) (PDR1A) with gold NPs and 
depositing via a spin-coating procedure (1000 rpm for 30 s). The solution 
was made by mixing together two solutions, 5% PDR1A (Sigma-Aldrich) 
in tetrahydrofuran (weight/weight) and 1% functionalized gold NPs, 
diameter 6–7 nm (PlasmaChem) in toluene (weight/weight), with a 
blending ratio designed to a give predefined volume fraction of the gold 
nanoparticles in the PDR1A as discussed in the Supporting Information. 
The thin film was annealed at ≈95 °C for 8 h. This migrates the gold 
nanoparticles to the polymer/air interface[43] and forms, in some places, 
conducting pathways that bridge (via inter-nanoparticle electron 
tunneling) between the top and bottom electrodes. The top metal 
contacts consist of 400 µm diameter circles of aluminum (200 nm thick), 
deposited by thermal evaporation. I–V sweeps (two-terminal) were 
carried out using a probe station equipped with an HP4140B source-
meter unit. Photomechanical expansion/contraction was induced by 
irradiation with circular/linear polarized light from an Argon ion laser 
(514 nm) having a spot size of 3 mm and an average power per unit area 
across a single device of 180 mW cm−2. A quarter wave plate was used to 
generate circularly polarized light form the linearly polarized laser output. 
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Figure 4. a) A set of I–V characteristics of sample 3 recorded immediately after irradiation with circularly polarized light for 15 min (red lines) and 
again after subsequent irradiation with linearly polarized light for 15 min (green lines). b) The LRS, HRS, and HRSopt conductivities are measured as a 
function of time during repeated irradiation of circularly and linearly polarized light of constant irradiance to expand and contract the film, respectively. 
The dashed lines indicate the conductivity of the device in 1) its fresh, 2) fully expanded, and 3) fully relaxed states. c) The time dependence of relaxa-
tion of HRSopt to HRS using linearly polarized irradiation (forced) and in the dark (thermal). Note that there is some device variation in the actual 
conductivities, explaining discrepancies between conductivities measured in (b) and (c). d) Synaptic efficacy curves (ΔG/G) for different separations 
of the pre- and postsynaptic pulse arrival time (Δt) are plotted for a fresh device and following irradiation by circularly polarized light. The difference 
in the magnitude of the plots shows that synaptic plasticity can be optically modulated. The lines are fits to the asymmetric Hebbian spike-timing-
dependent plasticity (STDP) learning rule.[52]
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TEM cross-section studies were carried out by fabricating the thin-film 
layered structured on top a of polished resin block, which was then 
covered in more resin and sectioned by microtome.

Supporting Information
Supporting Information is available from the Wiley Online Library or 
from the author.
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