
 
 

1 
 

 

 

 

Investigating Potential Nano- and Micro-Drug 

Delivery Systems toward the Non-invasive 

Treatment of Glioblastoma Brain Tumours 

 

 

 

 

 

KINANA HABRA  

 

 

 

 

A thesis submitted in partial fulfilment of the requirements of Nottingham 

Trent University for the degree of Doctor of Philosophy 

 

 

 

 

 

June 2023 

 

 

 



 
 

2 
 

Copyright statement 

This work is the intellectual copyright of the author. You may copy up to five per cent of this work for 

private study, or personal, non-commercial research. Any reuse of the information contained within this 

document should be fully referenced, quoting the author, title, university, degree level and pagination. 

Queries or requests for any other use, or if a more substantial copy is required, should be directed in the 

first instance to the owner of the Intellectual Property Rights. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 
 

3 
 

Abstract 

Glioblastoma is one of the most aggressive and fatal brain tumours and is uncurable in most cases. The 

complete removal of glioblastoma brain tumours (GBM) is impossible by surgery alone. Despite 

aggressive chemotherapy and radiotherapy treatments following surgery, tumour cells continue to grow, 

leading to the death of patients within 15 months after diagnosis. The carnosine dipeptide is an attractive 

option for treating GBM, with growing numbers of studies now demonstrating its tumour accessibility, 

resulting in improved survival in pre-clinical GBM models. Several attempts at carnosine treatments 

have been developed and tested in GBM patients, however, these trials have not progressed due to the 

short lifetime of carnosine as a result of its enzymatic degradation in the presence of the naturally 

occurring carnosinase enzyme in the brain. This project aims to investigate the potential of using nano- 

and micro-drug delivery systems for non-invasive treatment of GBM for applying carnosine as a 

complementary therapy. 

Carnosine was successfully embedded within a carrier that can be externally triggered to release its full 

oncological treatment potential of the dipeptide in situ. The drug delivery device was comprised of 

novel nano-rod-shaped superparamagnetic iron oxide nanoparticles (ca. 86 × 19 × 11 nm) capped with 

a branched polyethyleneimine, capable of loading carnosine. The therapeutic agent was released by the 

drug delivery carrier in the presence of heat or a rotating magnetic field, as an external trigger. The new 

drug delivery system was characterised using electron microscopy, dynamic light scattering, elemental 

analysis, and magnetic resonance imaging (MRI) techniques. In addition, the cytotoxicity studies were 

also investigated which enabled the determination of the safety margin of applying the coated iron oxide 

nanorods on U87 MG cells.  

To determine the effectiveness of the carnosine delivery systems as a treatment for glioblastoma, the 

coated iron oxide nanorods were screened in vitro using the U87 MG human glioblastoma astrocytoma 

cell line. Labile carnosine (100 mM) was determined to suppress the proliferation and mobility of U87 

MG cells within 48 hours, significantly reducing migration and potential metastasis. The cytotoxicity 

studies enabled calculating the half maximal inhibitory concentration (IC50) and the half maximal 

effective concentration (EC50) of the carnosine. The active carnosine was found to be fully released 

from the carrier, with only mild hyperthermia conditions at 40 ęC being necessary. This is achievable 

in clinical applications, for both sustained and triggered release treatment of glioblastoma brain tumours, 

utilising the paramagnetic properties of iron oxide nanorods. This demonstrates the potential to inhibit 

post-surgery metastasis with the benefit of non-invasive monitoring via MRI scanning. 

The controlled release of carnosine treatment was also inspected by applying external trigger. Therefore, 

the nano-rod-shaped superparamagnetic iron oxide and the carnosine were encapsulated inside 

poly(lactic-co-glycolic acid) beads (10 ɛm) using a hydrodynamic microfluidic flow focusing system, 

and the formulation was characterised by scanning and transmission electron microscopy (SEM, TEM) 
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and Fourier-transform infrared spectroscopy (FT-IR). A non-heating rotating magnetic field (Halbach 

magnet array, 1 Tesla, 20 Hz, 30 min) was utilised to stimulate the release of carnosine from the 

polymeric beads by rotating the nano rods from distance. Additional potential treatment in intranasal 

application was also investigated via a spray device.  The microfluidic flow focusing system was utilised 

to encapsulate the carnosine therapeutic inside a liposome (ca. 300 nm diameter) matrix with a stability 

profile of 30 days. The sub-microscale size of the liposomes and the mucoadhesive properties were 

expected to enhance the nasal bioavailability of carnosine over a prolonged time. The liposomal 

formulation was optimised to load the carnosine (75% w/w). The characterisation of the liposomes was 

confirmed via microscopic imaging, dynamic light scattering (DLS), Liquid chromatographyïmass 

spectrometry (LC-MS), and Fourier-transform infrared spectroscopy (FT-IR). The stability and 

sustained release profiles were investigated using physicochemical studies of membrane dialysis over 

time. The carnosine-loaded liposomes were stable (30 days at 8 ęC) as a ready-to-use suspension for 

intranasal spray application. Overall, these results provide a promising optimised formula for 

complementary carnosine treatment, which is recommended to be studied in vivo in rat models in the 

near future.  

Spheroids, a complex 3-dimensional (3D) structure, resemble in vivo tumour growth more closely. As 

part of this project, a protocol has been developed towards a rapid and high throughput method for the 

generation of single spheroids using various cancer cell lines, including different cancer cells (U87 MG, 

SEBTA-027, SF188), prostate cancer cells (DU-145, TRAMP-C1) and breast cancer cells (BT-549, 

Py230) in 96-round bottom well plates. The proposed method was associated with significantly low 

costs per plate without the need for refining or transferring. The homogeneous compact spheroid 

morphology was evidenced within one day after following this new protocol. Proliferating cells, on the 

surface of the spheroid, were traced using confocal microscopy and the Incucyte® live cell analysis 

system. In contrast, dead cells were found to be located inside the core region of the spheroid. 

Hematoxylin and eosin (H&E) staining of spheroid sections was utilised to investigate the tightness of 

the cell packaging. This method enabled the determination of the EC50 of the anti-cancer dipeptide 

carnosine on a U87 MG 3D culture. This new protocol allows for the robust generation of various 

uniform spheroids that show 3D morphological characteristics. As such, further studies will be 

developed towards an in vivo animal model to demonstrate the potential clinical viability of this work 

on various cancer types, such as brain and prostate tumours. 
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growth of the spheroids from days 1 to 7, (scale bar = 400 µm).......................................................... 69 

Figure 23. Incucyte® Live-Cell System show (a) A. The proliferation curves of individual U87 single 

spheroids from individual locations in the 96-well plate (C2, C3, D2, D3). The spheroid area decreased 
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during the first day. Then, each spheroid grew over seven days. B. The instant adherence of the cells 

when the step of washing was missed. C. Represent the cells in different wells as referred in well A. 

The cells were gathered after washing with the anti-adherence solution with a 96-well round-bottom 

standard growth surface for adherent cells (red code). (b) The U87 cells in the 96-well plate image 

turned into spheroids in various horizontal and vertical in the center of each seeded well after one 

ŘŀȅΣ ǿƛǘƘ ŀ ǎƛȊŜ ŘƛǎǘǊƛōǳǘƛƻƴ ƻŦ нмс ҕ ф ƴƳ ŦƻǊ ƛƴŘƛǾƛŘǳŀƭ ǎǇƘŜǊƻƛŘǎΦ ¢Ƙe figure shows that spheroids 

were not randomly growing in different locations which reflects the reproducibility in all wells. ...... 70 

Figure 24. Fluorescence cell Imaging (a) Incucyte® live-cell system (4×). Live spheroid images after 10 

days. A. The confluence of the live U87 MG cells around the spheroid is shown by the phase image to 

be distributed uniformly. B. The localisation of the dead cells in the center of the spheroid is shown by 

the Cytotox red stain. C. The 3D localization of the live cells around the spheroid is shown by the phase 

with a green channel filter image. D. The 3D shape of the dead/live cells in the same spheroid is shown 

by the overlap of the red and green channels. E. The mask of the invasion area. (b) The live green cells 

stained by CFSE, and the blue nucleus stained by DAPI are both shown located on the rim of the 

spheroid in the confocal images. A & C. The dark shade of the dead cells is shown by the 5- and 10-

day spheroid images across the center. B & D. The 5- and 10-day spheroid images of the proliferating 

cells across the rim area. ...................................................................................................................... 71 

Figure 25. Cell tightness and interaction analysis of U87 MG spheroids H&E stain of spheroid cross-

sections from (A) the core area, and (B) top rim area of 7 days spheroid generated from 400 cells. Scale 

bar is 250 µm for both images. ............................................................................................................. 72 

Figure 26. Incucyte® live cell system (×10) Live cell images analysis shows (A) proliferation curves of 

the confluence ratio of U87 MG cells upon carnosine exposure over 48 hours. Cells were treated with 

different concentrations between 0 and 125 mM. (B) To prove the same effect of carnosine on cell 

proliferation, a supportive study was applied with delayed carnosine addition until 24 hours for 0, 100 

and 125 mM. In both cases (A, B), the treatment effect started after 8 hours. An MTT cell viability assay 

was conducted on the U87 MG cell line with different carnosine concentrations. (C) The UV 

absorbance at different concentrations refers to (IC50 = 28.62 mM) and (IC90 = 79.43 mM). Error bars 

represent SEM. The test was applied on the same six samples at the end point of the proliferation 

study. (D) The images of the critical carnosine concentrations are shown. Each image was displayed as 

the phase of U87 MG cells upon carnosine exposure over 1 and 2 days. Error bars represent the 

standard error of the mean (SEM). (Scale bars arŜ плл˃Ƴύ ................................................................. 74 

Figure 27. Incucyte® live cell system (×10) images show proliferation of U87 MG cells upon carnosine 

exposure after 24 hours. Cells were compared with and without treatment of 100 mM carnosine 

concentration in the presence of CytoLight Rapid Dye for live-cell green labelling dye (200 nM) which 



 
 

15 
 

crosses live cells membrane and emit green fluorescence. Each photo was displayed as phase and 

green channel without mask. A decrease in cells population appeared after 24 hours. However, the 

cells with no morphology change are the daughters who stay alive. (Scale bars are 400 µm) ............ 75 

Figure 28. Incucyte® live cell system (×10) images show cytotoxicity on U87 MG cells upon carnosine 

exposure after 24 and 48 hours. Cells were treated with different carnosine concentrations in the 

presence of Cytotox Red dye (250 nM), which enters dead cells after losing the membrane and binds 

to the DNA to emit red fluorescence. Each photo was displayed as a phase and as a red channel with 

ŀ ōƭǳŜ ƳŀǎƪΦ ό{ŎŀƭŜ ōŀǊǎ ŀǊŜ плл˃Ƴύ .................................................................................................... 76 

Figure 29. Incucyte® live cell system (×10) live cell images analysis shows IC50/EC50 curves of the 

ƛƴƘƛōƛǘƛƻƴ ƻŦ ŎŜƭƭǎΩ ǇǊƻƭƛŦŜǊŀǘƛon and the efficiency of carnosine in killing the tumour cells. Upon 

carnosine exposure at different concentrations (0, 50, 100, 125 mM) over 48 hours, IC50 is indicated 

by the confluence phase ratio, while EC50 is the ratio of the Cytotox Red dye that enters dead cells. 

The carnosine effect has three phases: No effect plateau, Cytostatic around EC50, and Cytotoxic. .. 77 

Figure 30. (A) The matrix of relative wound density for 6 samples of each concentration (0, 50, 100, 

150 µM respectively) over 2 days. (B) The effect of different carnosine concentrations added on U87 

MG cells after 18 hours of adherence when the scratch was applied. The scratch wound starts healing 

by proliferation and migration. Cells were imaged in 96 well plate while growing in media with 

different carnosine treatments using Incucyte® live cell imaging system to take two snaps per well each 

hour over 2 days. The phase confluence was analysed by the standard Incucyte® software, and the 

relative wound density was analysed by the integrated Incucyte® wound scratch software and plotted 

against elapsed time in hours. 0 hour indicates the cell density half hour after placing the plate in the 

Incucyte®Φ !ƭƭ ŎŜƭƭǎΩ ǾŀǊƛŀǘƛƻƴǎ ƛƴ ƎǊƻǿǘƘ ŀǊƛǎŜŘ ŀŦǘŜǊ ŀǇǇǊƻȄƛƳŀǘŜƭȅ у ƘƻǳǊǎΦ ¢ƘŜ ǎǳǇǇƻǊǘƛǾŜ ƳƻǾƛŜǎ ƻŦ 

cell migration are available in the supplementary movies. (C) The statistical analysis of the normalised 

wound density shows that the significant effect starts between 50 and 100 mM of carnosine on cell 

density 103 per well. The statistical analysis shows a significant effect caused by carnosine (50 mM) at 

a cell density of 103 per well.  The statistical significance level and indicated with (*) for p < 0.05, and 

(****) for p < 0.0001. ............................................................................................................................ 78 

Figure 31. Phase images with mask shows the effect of different carnosine concentrations on U87 MG 

cells wound healing by proliferation and migration. Cells were imaged in 96 well plate while growing 

in media with different carnosine treatments using Incucyte® live cell imaging system each 12 hours 

for 2 days............................................................................................................................................... 79 

Figure 32. 9ŦŦŜŎǘ ƻŦ ŎŀǊƴƻǎƛƴŜ ŎƻƴŎŜƴǘǊŀǘƛƻƴ ƻƴ ¦ут aD ŎŜƭƭǎΩ ǿƻǳƴŘ ƘŜŀƭƛƴƎ ōȅ ƳƛƎǊŀǘƛƻƴ ŀŦǘŜǊ 

ceasing their proliferation with mitomycin C. The software able to quantify the space that was 

generated by the wound. Cells were imaged in a 96 well plate while growing in media with different 
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carnosine treatments using the Incucyte® live cell imaging system to take two snaps per well each hour, 

(A) during the first day, when the relative wound density was analysed by the integrated Incucyte® 

wound scratch software and plotted against the elapsed time in hours. After 18 hours of adherence, 

the scratch was applied, then mitomycin C (10 µg/ mL). was added after an hour. The carnosine 

treatment was applied at different concentrations and the plate was placed inside the Incucyte® device 

to start the 0-hour image after about half an hour. All variations in cell growth were initiated after 

about 4 hours. (B) The statistical analysis of the normalised wound density shows a slight increase in 

cell mobility caused by carnosine at a cell density of 103 per well. Error bars represent the standard 

error of the mean (SEM). ...................................................................................................................... 80 

Figure 33. Effect of carnosine concentraǘƛƻƴ ƻƴ ¦ут aD ŎŜƭƭǎΩ ǿƻǳƴŘ ƘŜŀƭƛƴƎ ōȅ ƛƴǾŀǎƛƻƴ ƻǾŜǊ пу ƘƻǳǊǎΦ 

(A) The same criteria as migration were applied to quantitatively address the effect of carnosine. (B) 

The statistical analysis of the normalised wound density shows a significant effect caused by carnosine 

(50 mM) at a cell density of 103 per well.  The statistical significance level and indicated with (*) for p 

< 0.05, and (****) for p < 0.0001. ......................................................................................................... 81 

Figure 34. Incucyte® live cell system (×10) live cell images analysis shows IC50/EC50 curves of the 

ƛƴƘƛōƛǘƛƻƴ ƻŦ ŎŜƭƭǎΩ ǇǊƻƭƛŦŜǊŀǘƛƻƴ ŀƴŘ ǘƘŜ ŜŦŦƛŎƛŜƴŎȅ ƻŦ ŎŀǊƴƻǎƛƴŜ ƛƴ ƪƛƭƭƛƴƎ ǘƘŜ ǘǳƳƻǳǊ ŎŜƭƭǎΦ ¦Ǉƻƴ 

carnosine exposure at different concentrations (0, 50, 100, 125 mM) over 48 hours, the IC50 is 

indicated by the relative wound density, while the EC50 is the wound width. The images and videos of 

scratch wound healing by cell migration are available in the Supplementary Materials. .................... 82 

Figure 35. Microscopic images show the difference of the cell morphology after the differentiation 

treatment. A. after 48 hours and B. after 7 days. The differentiated cells are more elongated than the 

mitotic cells. The scale bar is 50 µM. .................................................................................................... 83 

Figure 36. Microscopic images (EVOS) show the live U87 MG tumour cells coloured in fluorescent 

green after the treatment to differentiate them for 48 hours and a week. (Scale bars are 150 µM) . 83 

Figure 37. Microscopic images (Leica) with magnification x20 show the U87 MG tumour cells nucleus 

coloured in blue DAPI after the treatment to differentiate them for 48 hours and a week. The red 

antibody maker for the differentiated cells appeared in the sample of the 7 days. (Scale bars are 150 

µM) ........................................................................................................................................................ 84 

Figure 38. Flow cytometer peaks of life cycle for the mitotic (control) and differentiated U87 MG cell 

line. The peaks showed the difference between both types in all stages G1, S, and G2. Significant 

differences were evidenced in G1 and S stages. The test was performed on biological triplicate and 

Error bars represent the standard error of mean (SEM). ..................................................................... 85 
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Figure 39. (A) ICP-MS test was applied after finishing the MTT test (48 hours). Measuring the iron 

concentration showed similar percentage of BPEI coated IONRs left in the wells of both mitotic and 

differentiated U87 MG. ......................................................................................................................... 86 

Figure 40. LDH test on U87 MG cell line with various concentrations of BPEI coated IONRs after 48 

ƘƻǳǊǎΦ bƻ ǎƛƎƴƛŦƛŎŀƴǘ ŘƛŦŦŜǊŜƴŎŜ ǿŀǎ ƻōǎŜǊǾŜŘ ŀŦǘŜǊ ŀǇǇƭȅƛƴƎ Lhbwǎ όрΣ тΦр ŀƴŘ мл ˃ƎκƳ[ύ ƛƴ ƛƴŘƛǾƛŘǳŀƭ 

triplicate. Error bars represent the standard error of mean (SEM). ..................................................... 86 

Figure 41. MTT cell viability assay on U87 MG cell line (A. mitotic vs. B. differentiated) with various 

concentrations of BPEI coated IONRs after 48 hours. No significant difference was observed in 

individual triplicate. Error bars represent the standard error of mean (SEM). .................................... 87 

Figure 42. MTT cell viability assay on U87 MG cell line (passages 14, 15, and 16) with varying 

concentrations of BPEI-coated IONRs after 48 hours. No significant difference in the normalised UV 

absorbance was observed in individual triplicate. Error bars represent the standard error of the mean 

(SEM). The statistical significance level and indicated with (*) for p < 0.05. ........................................ 88 

Figure 43. LC-MS assay for the released carnosine from dialysis membranes containing carnosine free 

or loaded BPEI-ŎƻŀǘŜŘ LhbwǎΣ ǳƴŘŜǊ ŘƛŦŦŜǊŜƴǘ ŎƻƴŘƛǘƛƻƴǎΣ ŀǘ ǘŜƳǇŜǊŀǘǳǊŜǎ ƻŦ отɕ/ ŀƴŘ плɕ/Φ CǊŜŜ 

carnosine had a linear trend of the release percentage while the release ratio of carnosine from the 

BPEI-coated IONRs embedded carnosine was enhanced exponentially in all conditions. Mild 

hyperthermia allowed the carnosine to be fully released after 3 to 5 hours. ...................................... 89 

Figure 44. MTT assay on U87 MG cell line with same carnosine concentration 25 mM for all plates and 

different concentrations of BPEI-coated IONRs (A) carnosine loaded BPEI-coated IONRs and mixed for 

5 min with the media (B) BPEI-coated IONRs added to the soluble carnosine in the media. In both cases, 

mild hyperthermia was applied by changing the temperature of separate the incubator. Comparing 

the controls shows the inefficiency of mild hyperthermia in killing cells because of the insignificant 

difference between the controls in all plates. The heat released the carnosine from the BPEI-coated 

IONRs after 3 to 5 h when it was bonded, while the effect was equal, without any significant difference, 

when the nanorods existed in the same vicinity. Each treatment was repeated on 6 samples, then the 

T test was applied to address the significant changes. (C) Comparison of the repeatability of all controls 

from (A, B). (Abs = absorbance at 570 nm). The statistical significance level and indicated with (*) for 

p < 0.05, (**) for p < 0.01. ..................................................................................................................... 90 

Figure 45. Incucyte® live cell system (×4) live spheroids images show the comparison between the 

morphology and size of single spheroids on day one and day seven after applying different doses of 

ŎŀǊƴƻǎƛƴŜ ǘǊŜŀǘƳŜƴǘΦ ¢ƘŜ ƳƛƳƛŎƪŜŘ ǎǳǎǘŀƛƴŜŘ ǊŜƭŜŀǎŜ ƻŦ ŎŀǊƴƻǎƛƴŜ ŎƻƴŎŜƴǘǊŀǘƛƻƴ җ млл Ƴa ŀŦŦŜŎǘŜŘ 

spheroid growth and tightness, and a significant difference was reported in phase exposure. The 
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statistical significance level of phase exposure time of the spheroids on day seven was indicated with 

(*) for p < 0.05, (**) for p < 0.01. (n=3) Error bars represent the standard error of the mean (SEM). 91 

Figure 46. Incucyte® live cell system (×4) live spheroids images converted to graphs which show the 

potential of using the protocol to obtain EC50 of carnosine on multiple points for drug delivery study 

and in vitro sustained release profile. The EC50 of carnosine on monolayer cells was calculated for 

seven days. ............................................................................................................................................ 92 

Figure 47. Incucyte® live cell system (×4) live spheroids images show the potential of using the protocol 

in chapter 5 paragraph 1.16 to obtain single spheroids from various cell lines. .................................. 94 

Figure 48. Dolomite micromixer hydrophilic or hydrophobic chip. The alcoholic mixture is the central 

stream, while the water flows from inputs 1 and 3. ........................................................................... 100 

Figure 49. Microscopic images showing the mixing patterns during the optimisation of the pump 

pressure. The pressure of the continuous central flow increased from left to right while the size of 

generated vehicles decreased. ........................................................................................................... 100 

Figure 50. Microscopic images for liposomes before and after loading carnosine. (A & B) Optical, SEM, 

and TEM images were compared between the characterisation of empty blank liposomes (blue) and 

carnosine-loaded liposomes (green). (C) The histograms show the distribution of the liposome 

ŘƛŀƳŜǘŜǊǎΦ ¢ƘŜ ŘƛŀƳŜǘŜǊǎ ƻŦ ƭƛǇƻǎƻƳŜǎ ƴ җ рл ǿŜǊŜ ƳŜŀǎǳǊŜŘ ǳǎƛƴƎ LƳŀƎŜWΦ ¢ƘŜ ƳŜŀƴ ŘƛŀƳŜǘŜǊ ǎƛȊŜ 

for the blank liposomes was 82.9 ± 19.4 nm and 284.1 ± 91.1 nm for the carnosine-loaded liposomes. 

The scale bar of TEM images = 100 nm. ............................................................................................. 102 

Figure 51. The DLS normalised and cumulative intensity distribution of the blank and carnosine-loaded 

liposomes. The repeatability of the distribution for three individual batches of liposomes is shown in 

both. The red curve is the average cumulative intensity for three liposomal batches. ..................... 104 

Figure 52. FT-IR spectra for liposomes with carnosine, lipids as empty liposomes, and carnosine 

crystals. The carnosine-loaded liposomes displayed characteristic bending bands around 1600 

cmҍ1 attributed to the carnosine peptide bond. ................................................................................. 104 

Figure 53. Stability studies via DLS measurements at room temperature: hydrodynamic diameter and 

polydispersity of carnosine-loaded liposomes over 30 days. Every measurement for three individual 

batches of liposomes was averaged after 60 readings from the DLS ± SD, which were repeated over 3 

minutes. .............................................................................................................................................. 105 

Figure 54. Membrane dialysis experiment over a week. The LC-MS results were averaged to show the 

released carnosine from three membrane bags, including carnosine-loaded liposomes. Many points 

were measured during the first 6 hours of day 1. Then, a sample was measured daily until the end of 

the week. The graduate release from the liposomes exposed to the mechanical rotation of a magnetic 
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bar with 100 rpm stirring speeds is shown by the LC-MS cumulative analysis for the released 

carnosine. ............................................................................................................................................ 107 

Figure 55. The DLS results of the normalised intensity distribution of the liposomes were at the 

beginning of the study (blue peak) higher than after a week of releasing the carnosine from the 

liposomes through the membrane dialysis bag (black peak). At the same time, a magnetic bar was 

stirred at a speed of 100 rpm. ............................................................................................................ 108 

Figure 56. Carnosine effect on red blood cells. The 2% sheep blood erythrocyte suspension was 

washed with PBC and centrifuged. Then, the blood erythrocyte suspension was added to cuvettes 

containing carnosine concentrations free or loaded in liposomes (100, 200, and 400 mM) and cuvettes 

containing positive control of distilled water (red) and negative control of saline buffer (transparent). 

The resulting colour in each incubated and centrifuged mixture showed no cell membrane damage, 

except in the DI water samples. .......................................................................................................... 109 

Figure 57. Comparison between applying water or liposomal solution using the original and modified 

a!5 bŀǎŀƭϰ ŘŜǾƛŎŜΦ bƻ ǎƛƎƴƛŦƛŎŀƴǘ ŘƛŦŦŜǊŜƴŎŜ ǿŀǎ ƻōǎŜǊǾŜŘΦ ¢ƘŜ ǇǊŜǎǎǳǊŜ ƻŦ ǘƘŜ ŘŜǾƛŎŜ ǿŀǎ about 20 

psi. ....................................................................................................................................................... 110 

Figure 58. The ƭŀǘŜǊŀƭ ǾƛŜǿ ƻŦ ǘƘŜ ƳƻǳǎŜ ƴŀǎŀƭ ŎŀǾƛǘȅ ǎƘƻǿǎ ǘƘŀǘ ό!ύ ǎǇǊŀȅƛƴƎ мл ˃ƭ ƻŦ ŘȅŜ ōȅ ǘƘŜ 

ƳƻŘƛŦƛŜŘ a!5 bŀǎŀƭϰ ŘŜǾƛŎŜ ǊŜǎǳƭǘŜŘ ƛƴ ŘŜǇƻǎƛǘƛƻƴ ƻƴ ǘƘŜ ƻƭŦactory epithelium area of the nasal 
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dye in the respiratory epithelium and partially in the olfactory epithelium (the right naris). (B) After 5 

minutes, the dye coloured the posterior two-thirds of the olfactory turbinates on the left side. .... 111 

Figure 59.  MRI images of a series of water and various gadolinium solutions show the best 

concentration of the gadolinium loaded inside liposomes and demonstrate a similar T1 contrast. . 112 

Figure 60. (A) Ex vivo MRI images of the rat brain after intranasal application for gadolinium 10-5 mol/L 

loaded liposomes using a pipette or the spray device. The location of injected gadolinium is shown by 

white shades. The signal showed a decrease in intensity over time. (B) The MRI image shows the rat 

head anatomy and the gadolinium-loaded liposomes localised in the Nasoturbinates close to the 

olfactory region. .................................................................................................................................. 113 

Figure 61. Microscopic images for PLGA beads after encapsulation and during evaporation. .......... 116 

Figure 62. FT-IR spectra for PVA, PLGA, empty beads, L-carnosine (with/without PLGA), and IONRs 

(with/without PLGA). .......................................................................................................................... 116 

Figure 63. Empty Beads, SEM images compare the characterisation of empty (0.1%, 1% PLGA beads) 

and the uniform distribution of the water phase inside the beads. IONRs Beads, SEM images for IONRs 

loaded 0.1% PLGA beads, EDS mapping the blue colour of iron traces inside the red carbon colour of 

the PLGA, and the iron peaks confirm the images. The histogram refers to a mean diameter size of 7.4 
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ҕ нΦо ˃ƳΦ /ŀǊƴƻǎƛƴŜ .ŜŀŘǎΣ {9a ƛƳŀƎŜǎ ŦƻǊ ŎŀǊƴƻǎƛƴŜ ƭƻŀŘŜŘ м҈ t[D! ōŜŀŘǎ ǎƘƻǿŜŘ ǘhe carnosine 

distribution and the MS spectrum identifies the peaks of carnosine pattern. The histogram refers to a 

ƳŜŀƴ ŘƛŀƳŜǘŜǊ ǎƛȊŜ ƻŦ ммΦс ҕ тΦл ˃ƳΦ /ŀǊƴƻǎƛƴŜκLhbwǎ .ŜŀŘǎΣ {9a ƛƳŀƎŜǎ ŦƻǊ όŎŀǊƴƻǎƛƴŜ ϧ Lhbwǎύ 

loaded 1% PLGA beads. The size of the beads/shells shifts to 10 times larger than the previous beads.

 ............................................................................................................................................................ 117 

Figure 64. The effect of a rotating Halbach array on a suspension of nanorods embedded in agarose 

(2% w/v) over time. Masking the dark areas showed the difference before and after 3 hours of external 

magnetic rotation. .............................................................................................................................. 118 

Figure 65. (A) Ex vivo MRI images of the mice brains injected with IONRs. The location of injected 

beads of IONRs or controls is shown by red circles. The colour codes the signal intensity which is 

proportional to the value of T2eff in ms. The signal is shown to decrease in intensity for the 50 ppm and 

25 ppm areas confirming the presence of a negative contrast agent which is expected from the 

magnetic nanoparticles. (B) Comparative curves of the control (left) and IONRs beads (right) showed 

the drop in signal intensity as a function of echo time, with a steeper change in the case of free IONRs 

indicating a shorter T2eff. .................................................................................................................... 119 

Figure 66. Membrane dialysis experiment. (A) SEM images show the PLGA beads in the beginning 

which had holes in the structure after a week and became completely empty after a month. (B) The 

LC-MS cumulative analysis for the released carnosine shows faster release from the beads which were 

exposed to the higher mechanical rotation. ....................................................................................... 120 

Figure 67. The DLS results of the normalised intensity distribution of the beads over a week with 

different stirring speeds. ..................................................................................................................... 121 

Figure 68. The temperature fluctuations for applying the rotating MF on __ water vs. _ _ PLGA beads.

 ............................................................................................................................................................ 121 

Figure 69. (A)  Schematic illustration for the rotating magnet system designed for this application. The 

arrows indicate the direction of the magnetic field which produces an intense uniform magnetic field 

within their central air gap, and zero field outside.  (B) LC-MS assay for the normalised concentrations 

of carnosine shows the advantage of using the hydrophobic chip (dark curves with high load of 

carnosine) and the hydrophilic chip (light curves with low load of carnosine) for the initial 

emulsification. (C) LC-MS assay for the normalised concentrations of carnosine shows the comparison 

between adding the encapsulated IONRs to the carnosine before or after the initial emulsification. 

Curves with light colours are for beads before the application of the magnetic field and the curves with 

dark colours are for after the application of the magnetic field. Red spheres are carnosine and black 

rods are IONRs. The dotted lines are trend lines fitted to the experimental data. ............................ 123 
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Figure 70. ICP assay for IONRs normalised concentrations shows the comparison between adding the 

encapsulated IONRs to the carnosine as seeds vs. beads. The decrease in the concentration is because 

of the attachment with the released carnosine over time. The dotted lines refer to the trend lines.

 ............................................................................................................................................................ 124 

Figure 71. Zeta potential measurements for 15 days to compare the freeze frying effect on the stability 

profile. (A) Freeze drying the sample induced the initial release of carnosine, while (B) shows multiple 

waves for the released carnosine because of using vacuum oven. The dotted lines refer to the trend 

lines. .................................................................................................................................................... 125 

Figure 72. Carnosine affects mitochondrial functionality and slows down the proliferation of cells after 

48 hours. (A) PC346Flu1 and (B) TRAMP-C1. MTT dose-response curve indicates that carnosine induces 

cell death and slows down proliferation dose-dependently with an EC50 of ~100 mM after 48 hours in 

both cell lines. (n=3) ............................................................................................................................ 146 

Figure 73. Incucyte® live cell system (×10), live cell image analysis shows that carnosine affects the 

mitochondrial functionality within hours for both PC346Flu1 cells (A) and TRAMP-C1 cells (B). 

Carnosine significantly inhibited the growth of each cell line in a dose and time dependent manner. 

The maximum effect on proliferation was shown at carnosine concentration 300 mM.The Incucyte® 

live cell imaging system was used to study the dose-dependent effect of carnosine on proliferation. 

PC346-Flu1 and TRAMP-C1 prostate cancer cells were cultured in the absence or presence of various 

carnosine concentrations using a density of 3 × 105 cells/well for PC346Flu1 and 103 cells/well for 

TRAMP-C1. Proliferation was observed on an hourly basis (Figure 73). ............................................ 147 

Figure 74. Incucyte® live cell system (×10), dead cell image analysis shows that carnosine increases 

death of A) PC346Flu1 cells, B) TRAMP-C1 cells. Carnosine significantly inhibited cell growth in a dose 
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carnosine exposure at different concentrations, ranging between 0 and 400 mM over 48 hours, the 

IC50 is indicated by the confluence phase ratio. At the same time, EC50 is the ratio of the Cytotox Red 

dye that enters dead cells. The carnosine effect has three phases: no effect, cytostatic, and cytotoxic.
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Chapter 1: Literature review  

1.1 Cancer definition 

Cancer is a primary global health problem as considered by the World Health Organisation (WHO) in 

2005 (World Health Organisation, 2005). Cancer is responsible for a significant number of annual 

deaths globally which needs an action plan towards controlling it (World Health Organisation, 2008-

2013). The difficulty in the treatment of this highly complex disease resulted from the characterisation 

of its multi-forms (Hanahan and Weinberg, 2000). The last published update classification for cancer 

mechanisms incorporated the deregulated androgen metabolism by enzymes (Mitsiades et al., 2012) the 

ability to overcome the immunosurveillance defence of the body (Carlo et al., 2009) , and the instability 

of cancer cells with recognised increase in the number of chromosomal artifacts (Dahiya et al., 1997). 

This disease is generally associated with tissue chronic inflammation (Sfanos and Marzo, 2012). 

Despite the remarkable efforts in categorising cancer, the treatment versus prognosis is still associated 

with various possibilities (Mason, 2009). A genomic study for 2000 breast cancer patients identified 10 

multiple forms of the disease (Curtis et al., 2012).  Immunostaining of tumours proves the characteristics 

of the main and sub-groups of cell protein expression (Broers et al., 1987). Cancer heterogeneity extends 

even to within the individual tumour by showing various sub-cell populations, that support the theory 

of both clonal evolution and cancer stem cells (Campbell and Polyak, 2007). According to the follow 

up of the global action plan for the prevention and control of non-communicable diseases 2013-2020, a 

wide range of managements are currently considered to prevent cancer nowadays (World Health 

Organisation, 2013). WHO updates guidelines and fact sheets about cancer, regularly. In 2018, this 

disease was estimated to be the second most fatal global disease, leading to one in six deaths (9.6 

million). The most common types among both genders are lung and colorectal cancer (World Health 

Organisation, 2021). 

1.2 Glioblastoma 

Glioblastoma multiforme (GBM) is the most malignant central nervous system tumour with prognosis 

of 15 months after diagnosis. Its incidence increases with age and more common in men than women 

(Kromer et al., 2017). Glioblastoma multiforme are mainly primary, however, secondary glioblastoma 

multiforme may occur from lower grade gliomas (Bleeker, Molenaar, and Leenstra, 2012). 

Glioblastoma histology shows that GBM consists of highly differentiated and pleomorphic astrocytic 

cells with high mitotic activity. Vascular proliferation and necrosis exist in some sections of the tumour 

(Young et al., 2015). Glioblastoma multiforme was further categorised in four subtypes by their gene 

expression profiles: classical, mesenchymal, proneural and neural subtypes. These subtypes occur at 

different rates; 22% classical, 32% mesenchymal, 32% proneuronal, and 14% neural. The   classical   
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subtype   is identified by the loss of chromosome 7 and the amplification of Epidermal growth factor 

receptor (EGFR).  The mesenchymal subtype expresses the mesenchymal markers Chitinase-3-like 

protein 1(YKL40) and hepatocyte growth factor receptor (MET). In addition, this subtype expresses 

several genes in the tumour necrosis factor super family and nuclear factor kappa-light-chain-enhancer 

of activated B cell (NF-əB) pathways.  The proneural subtype is typically identified by the amplification 

of platelet derived growth factor receptor A (PDGFRA), point mutations in isocitrate dehydrogenase 

1(IDH1), mutations in tumour protein 53 (TP53), loss of heterozygosity, high expression of homeobox 

protein Nkx-2.2 (NKX2-2), and oligodendrocyte transcription factor 2 (OLIG2). The neural subtype is 

defined according to the expression of neuron markers and potassium-chloride transporter member 5 

(SLC12A5) (Verhaak et al., 2010). GBM has a wide range of mutations in gene expression which lose 

the function by evading growth suppression.  Metastasis is rarely seen in GBM; however, invasion is a 

hallmark of the disease (Hanahan and Weinberg, 2011). GBM cells downregulate connexin 43 

(cnx43/GJA1) protein which reduces their adherence and as a result increases their invasion capacity 

(Verhaak et al., 2010). GBM tumours develop many mechanisms to avoid immune destruction such as 

the recruitment of immunosuppressive myeloid derived suppressor cells (MDSCs) and the expression 

of immune inhibitory checkpoint proteins (Gabrilovich, 2017; Mosella et al., 2017). 

1.3  Current techniques  

Many approaches are now available to tackle glioblastoma brain tumours with a variety of complexity. 

Until 2015, the WHO had considered 30% of cancers as curable types (McGuire, 2016). Some notable 

successes include the tumour-initiating vaccination (Tay, 2012), in addition to the completely treatable 

retinoblastomas through current therapies (Dimaras and Corson, 2019). Beyond surgical intervention, 

the traditional treatments include chemotherapy and radiotherapy (Cairncross et al., 2006). Both 

techniques introduce the patient to scheduled doses of cytotoxic drugs which commonly inhibit the 

Deoxyribonucleic acid (DNA) and Ribonucleic acid (RNA) synthesis, and transcription. However, the 

death of the patient was faster than the reoccurrence of the tumour after numerous side effects in all 

cases. The current cancer therapies are often combinational techniques that limit the chance of the 

tumour resistance (Zhang et al., 2012). Over the last few decades, novel and promising cancer 

treatments have been developed to improve both the detection and prognosis of the disease. These new 

strategies include gene-, targeted- and immune- therapy. The gene therapy example is the virus-directed 

enzyme with an oncolytic virus. It results in the tumour cells expressing the nitro-reductase enzyme 

which produces a cytotoxic drug. The advantage is that only the infected cancerous cells are affected 

by the cytotoxic drug (Hedley, Ogilvie, and Springer, 2007). Examples of the targeted therapy to a 

specific molecule through drugs or antibodies would be the tyrosine kinase inhibitor which affects the 

epidermal growth factor receptor, implicated in damages in the cell cycle of lung cancer (Sawyers, 

2004), and the hormone therapy treated the denial of androgens (Olov Hedlund et al., 2008). Using the 

immunotherapy form of treatment activates the immune system via vaccination (MacDonald et al., 
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2020). Few vaccines are licensed for use such as Sipuleucel-T a vaccine against hormone-refractory 

prostate cancer which showed prolonged survival in phase III clinical trials (Kantoff et al., 2010). Up 

until now, vaccines only provide an extension of life, however, the potential is thereby investigating 

better targets and strategies (Zhou and Levitsky, 2012; Antonarakis and Drake, 2012).  

Currently, the course of cancer treatment consists of surgical removal of the tumour followed by 

traditional radiotherapy and chemotherapy. In spite of that aggressive multimodal course of regime, the 

prognosis of the patients is nearly 15 months (Stupp et al., 2005). In addition, corticosteroid 

dexamethasone is used preoperatively to reduce the peritumoral swelling of the craniotomy which is 

the preferred ñasleep-awakeò surgical method (Conte et al., 2010; Conte et al., 2013). Another method 

for resecting GBM tumours is stereotactic ablation by laser-induced thermal therapy (von Tempelhoff, 

Ulrich and Schwarzmaier, 2014; Bredlau et al., 2016; Linz et al., 2016). Glioblastoma multiforme is 

highly resistant due to the infiltrative and diffuse nature of the cells which are observed after the surgery 

(Holland, 2000). Post-surgery, Temozolomide (TMZ) can be administered orally (Zhang, Stevens and 

Bradshaw, 2012).  The body absorbs TMZ and metabolise it to produce the active component methyl-

diazonium.  This cation methylates DNA at the O6 position of guanine towards a cytotoxic effect on 

the brain cancer cells. Unfortunately, the lethal O6 guanine adducts may be repaired by methylguanine-

DNA methyltransferase enzyme (Zhang, Stevens and Bradshaw, 2012). In addition, several micro 

RNAs are implicated in the resistance to TMZ chemotherapy (Ujifuku et al., 2010). The other Federal 

Drug Administration (FDA) approved treatment for GBM patients is Bevacizumab (Cohen et al., 2009). 

Bevacizumab had little benefit when used in newly diagnosed patients (Fine, 2014; Wen and Junck, 

2014). However, it provides an alternative to corticosteroids for cerebral oedema. In 2011, the FDA 

approved the Optune device which involves wearing scalp electrodes that apply alternating electric 

fields. It affects the mitosis of tumour cells and showed to improve the progression in the number of 

survived patients. However, this technique still requires improvements towards the curative target 

(Hottinger, Pacheco, and Stupp, 2016; Mittal et al., 2017).  

1.4  Carnosine  

Modern research and development to treat Glioblastoma will likely be in the multitude of treatment 

modalities. Single therapy has been ineffective so far (Stupp et al., 2005), however, a combination of 

therapeutic approaches could be a key factor in increasing the potential survival, however, some will 

be associated with deleterious side effects. For instance, combining anti-PD-1 and anti-CTLA-4 

immune checkpoint blockade increased the adverse immune events in the melanoma (Hassel et al., 

2017). Early studies found that even the diet could be an essential part of the treatment of GBM by 

altering metabolism (Zuccoli et al., 2010; Champ et al., 2014).  

Some types of supplementary materials are relatively enigmatic compounds which was shown to have 

many functions in numerous settings. For example, carnosine dipeptide is a compound of two amino 
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acids (ɓ-alanine and L-histidine) which is abundant within the brain and skeletal muscle. It has been 

proven that carnosine possesses many roles such as free radical scavenger, metal ion chelator, 

neurotransmitter, immunomodulatory, antioxidant and pH buffer with pKa value of 6.83 (Hipkiss et al., 

1998). Carnosine has been shown to have anti-tumour effect via different mechanisms. Carnosine 

inhibits human GBM cell growth (Oppermann et al., 2018) and reduces the acidification which 

contributes towards a reduction in the amount of carbonic anhydrase IX (CAIX) enzyme activity within 

these tumour cells. The carnosine treated tumours were also shown to express high levels of HIF-1Ŭ 

(Ditte et al., 2014). This extracellular acidification has been investigated as a potential treatment strategy 

for cancer due to the buffering ability of carnosine. Carnosine was shown to have an anti-proliferative 

effect on the gastric cancer cell line SGC-7901 effect without inducing the apoptosis or necrosis. Further 

analyses revealed that carnosine treatment reduces the basal oxygen consumption rate of SGC-7901 

cells which indicates that carnosine has the potential to inhibit glycolysis (Shen et al., 2014). In addition 

to using carnosine alone, combining it with chemotherapeutic agent 5-fluorouracil has also shown 

therapeutic potential against HT29 colon cancer cells (Iovine et al., 2016). The downside of carnosine 

is cytotoxicity for the human renal cell line Caki-2 by inducing the apoptotic protein caspase-3 

(Pandurangan et al., 2016). However, carnosine is rapidly broken down by the enzyme carnosinase 

which is downregulated in GBM patient plasma compared to healthy control plasma (Gautam et al., 

2012). Hence, the anti-cancer effect of carnosine is enhanced to affect the cell death or to supress the 

proliferation of cancer cells. Using carnosine holds promises as a therapeutic agent against GBM since 

it has previously demonstrated a relatively safe potential therapy. Therefore, the model of carnosine 

delivery and release require further investigations (Habra et al., 2021). 

1.5 Drug transport strategies to the brain 

In spite of the tremendous improvement in drug delivery for treatment to the brain there is still a need 

for novel brain targeted strategies. The blood brain barrier (BBB) is the main hurdle due to its tight 

endothelial network which protects the brain from any harmful materials passing via the circulatory 

system. The substances usually allowed to penetrate the BBB under specific hydrophilicity, molecular 

weight and surface charge.zeta Only lipophilic and positively charged drugs can easily cross it such as 

antidepressant and many hormones. This sophisticated system results in a limitation of the treatment 

options for targeting the brain cancer (Pardridge, 2005). Therefore, drug transport routes to the brain 

are regularly presented. The non-invasive transport of drug delivery is highly desirable such as the 

olfactory pathway which showed a desirable therapeutic effect at lower doses with less side effects. 

This direct drug transportation to brain throughout the transmucosal olfactory delivery or trigeminal 

pathway to bypass the BBB is a recommended route to connect the brain with the nose (Mistry, Stolnik, 

and Illum, 2009). The nasal route permeability has gained attention for the delivery of many 

formulations in animal and human studies. The deposited drug at the olfactory epithelium increased the 
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drug delivery from nose to brain (Illum, 2000; van Woensel et al., 2013). Also, the convection enhanced 

delivery showed a consistent drug concentration in the targeted area (Saloni et al., 2021) (Figure 1). 

 

Figure 1. Diagram presents the drug transport routes to the brain. *The investigated strategies in this project. 

1.1.1 Intranasal drug delivery  

Drug absorption through nasal route sends the drug into the systemic circulation through the nasal 

respiratory epithelium, followed by a transcytosis mechanism (Saloni et al., 2021). However, the 

administrated substances pose the challenge of BBB restriction. Therefore, applying the vectors deep 

into the nasal cavity gets it closer to the nasal mucosa which leads to the direct transmission of the drug 

into the brain via the olfactory pathway. The olfactory neurons carry the drugs non-invasively and slow 

the degradation with a fast transportation by the paracellular mechanism (Popat Jadhav et al., 2020).  

1.1.2 Convection enhanced delivery 

Convection delivery is a technique for local drug administration into the targeted brain tissue. However, 

this is invasive because of the insertion of more than one catheter through cranial burr holes into the 

brain to deliver the therapeutic agents by micro infusion pump (Harbaugh, Saunders, and Reeder, 1988; 

Chen et al., 1999). This method showed effective drug concentration in the targeted region where the 

catheter is placed, without producing cerebral oedema or measurable increase in intracranial pressure. 

The high drug concentrations can be delivered to the brain with drug distribution and the least systemic 

side effect towards the targeted tissues (Cunningham et al., 2008; Lu et al., 2014).  
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1.1.3 Vectors for enhanced brain drug delivery and medical imaging 

Various types of colloidal carriers included liposomes, dendrimers, nanoparticles, micelles, and 

nanogels were recommended as potential vectors towards the achievement of successful direct brain 

drug delivery (Figure 2). However, the limitations in finding the right combination of the applied vectors 

and the route of delivery are still expected to be investigated. For example, using the polyethylene 

glycol PEGylated nanoparticles to cross the blood brain barrier and coupling the doxorubicin to enhance 

the brain uptake (Khan et al., 2017). The focus of the future works should investigate the optimum 

distribution of the anti-cancer agents by using the suitable vector.  

 

Figure 2. Colloidal carriers (liposomes, dendrimers, nanoparticles, micelles, and nanogels) which have been used 

as vectors for enhanced brain drug delivery and medical imaging.  

In this project the focus will be on formulations consisting of coated iron oxide nano particles, polymeric 

beads, and liposomes to discuss the advantages of triggering these vectors as adjuvants for controlled 

release drug delivery and medical imaging. These approaches are promising for nano- and micro- 

noninvasively drug delivery applications. 

1.1.3.1 Magnetic nanoparticles        

Magnetic nanoparticles have demonstrated therapeutic and diagnostic potential as brain tumour delivery 

devices. Superparamagnetic iron oxide nanoparticles (SPIONs) can be directed with remote magnetic 

fields to target a specified region as well as distinguishing the tumour cells among the healthy tissues 

(Khan et al., 2017). SPIONs have the advantage of being a supplementary treatment which could be 

used in combination with radiotherapy for tracking the therapy and act as imaging contrast agents (Khan 

et al., 2017). For instance, combining SPIONS with the endothelial vascular cell adhesion molecule-1 

as a sensitive indicator of brain metastasis helped in early detection of brain tumour (Serres et al., 2012). 

In addition, SPIONs were encapsulated inside liposomes and conjugated with transferrin protein to 

facilitate brain uptake through transferrin receptor mediated delivery. The magneto liposomes of 

paclitaxel increased the brain uptake four times and provided sustained released paclitaxel in vivo 

(Dilnawaz et al., 2012).  
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1.1.3.2 Polymers 

The submicron-sized polymeric based nanoparticles usually contain a therapeutic or diagnostic agent 

either conjugated or functionalised into a polymeric matrix (Panyam and Labhasetwar, 2003). Some of 

the most popular polymeric nanoparticles for brain targeted delivery are poly (D.L-lactide-co-glycolide) 

(PLGA), poly (lactic acid) (PLA), and poly (glycolic acid) (PGA) (Beduneau, Saulnier, and Benoit, 

2007). Coating the polymeric surface with PEG, chitosan, and dendrimers, elevate the site-specific 

targeting ability of the polymers (Yoon et al., 2014). In addition, conjugating them with cell penetrating 

peptides provoke the brain uptake significantly which results in a longer median survival time due to 

the improved anti-tumour effect (Khan et al., 2018). The common advantages of using the previous 

polymers are the biocompatible, biodegradable, and improving the drug stability and release (Tafaghodi 

et al., 2004; Makadia and Siegel, 2011).   

The potential use of PLGA in brain drug delivery was investigated in vitro and in vivo ten years ago. 

Loading olanzapine in PLGA nanoparticles increased the uptake into the brain by ~ 6-fold after 

intravenous administration, and ca. 10-fold via intranasal administration (Seju, Kumar and Sawant, 

2011). Also, donezepil -loaded PLGA nanoparticles were superior in delivering donezepil to the brain 

(Md et al., 2014). PEG with PLA polymer was used to improve the diffusion across the mucus barrier 

by minimising muco-adhesion with no signs of toxicity (Zhang et al., 2006; Wang et al., 2008; Jain et 

al., 2010). Whereas chitosan (CS) contains primary amines which are positively charged in most 

physiological fluids and present mucoadhesive and is permeation-enhancing (Kang, Cho and Yoo, 

2009). This excipient showed a decrease in the muco-ciliary clearance for intranasal powder 

formulations (Soane et al., 2001). Moreover, CS can open the tight junction of the mucosal epithelium 

which enhances the permeability of large molecules such as peptides and proteins (Amidi et al., 2010). 

Many CS nanoparticle formulation were introduced as Alzheimerôs disease treatments which showed 

stability due to the positive zeta potential and high transport percentage as compared to the drug in 

solution (Alam et al., 2012; Fazil et al., 2012). For example, the symptoms of Parkinsonôs disease were 

reversed in mice model by applying bromocriptine-loaded chitosan nanoparticles via intranasal route 

whereas the brain/blood ratio of the formulation was negligible in the brain following the intravenous 

administration (Lim et al., 2009; Shadab et al., 2013).  Versatile molecules can attach onto the surface 

of a dendrimer which consists of repetitive branches grown from a core (Figure 2). This resulted in 

nanoparticles electrostatically attaching to the active material. Upon the intranasal administration, the 

dendrimer shows a wide distribution into the brain and clear therapeutical effect (Kim et al., 2012). 

1.1.3.3 Liposomes  

Liposomes are phospholipid vesicles (Figure 2) which have been utilised for the delivery of antigens or 

adjuvants (Bolhassani, Safaiyan, and Rafati, 2011; Temizoz, Kuroda, and Ishii, 2016). During the 

1970ôs, Gregoriadis explored the liposomes which were described as lamellae of swollen phospholipids.  

He investigated the entrapment of enzyme and protein inside liposomes and optimised their localisation 
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in vivo to improve the targeting of drugs. Since then, all their derivatives nanovesicles have attracted 

the attention as delivery systems. The 1980ôs research improved the stability of liposomes, and during 

the 1990ôs clinical trials were initiated toward the approval of injectable products such as AmBisome® 

and Doxil® (Gregoriadis, 2016).  

Some key advantages of using liposomes are their versatility, plasticity, biocompatibility, and 

biodegradability. Various choices of lipids can form the desired cancer immunotherapeutic with a 

specific charge, size, distribution, traveling, and location of antigens or adjuvants (e.g., 

immunostimulatory adjuvants such as agonistic and non-agonistic ligands for TLRs, C-type lectin 

receptors, retinoic acid-inducible gene I-like receptors and stimulator of interferon gene) (Cuzzubbo et 

al., 2021). Many animal models showed that liposomal formulations have superior efficacy over non-

liposomal. For example, liposomal delivery of cytosine guanine dinucleotide oligodeoxynucleotides 

(CpG ODNs) provided potent anti-tumour effects in a mouse model of neuroblastoma, whereas the CpG 

oligonucleotides -alone group failed because RNA interference reduced Toll-like receptor 9 (TLR9) 

expression (Brignole et al., 2010). Also, in mice challenged with Lewis cells, the liposomal adjuvant 

monophosphoryl lipid A (MPLA) induced a tumour-specific antibody and Th 1-type immune responses 

in lung carcinoma (Zhong et al., 2010). In addition, the first clinical trials in follicular lymphoma 

patients using liposomes as a vaccine carrier system for a tumour- idiotype antigen showed safety and 

capability of inducing prolonged antigen-specific CD4+ and CD8+ T-cell responses (Neelapu et al., 

2004). The previous series of studies led to some options for current commercial cancer therapeutics 

(e.g., Annamycin ®, Vincxome®, and Daunoxome®) (Sharma and Agrawal, 2021).  

In the past, some reviewers emphasised that using liposomes for human applications is restricted due to 

the lack of manufacturing stability and their excessive cost (Schwendener, 2014; Temizoz, Kuroda, and 

Ishii, 2016). To resolve the instability, a study introduced a manufacturable synergistic anionic liposome 

with TLR4/TLR7 adjuvant which was made of pharmaceutical excipients and agonists to be ready for 

human clinical trials (Fox et al., 2014). The next generation of designed liposomal adjuvants were cost-

effective, also, offering a strong platform for the delivery of subunit and nucleic acid (Perrie et al., 

2016). Liposomes were conjugated with peptides (Lipopepsomes) that promote their efficacy by 

enhancing the internalisation in Ŭvɓ3-overexpressing A549 lung tumour cells (Qiu et al., 2018). The 

GP2 peptide conjugation in lipopepsomes was applied prophylactically and therapeutically as a 

composition of DMPC- DMPG- Chol-DPOE and MPL adjuvant which increased splenocytes INF-ɔ 

production and reduced the tumour growth in HER2/neu-overexpressing TUBO breast cancer model 

(Razazan et al., 2017). For superior antitumor activities, astragalus saponins were utilised as a valuable 

additive in highly effective vaccines and tumour therapy by constructing adjuvant formulation of lipo-

saponins/bFGF complex (Zhang et al., 2018). In addition, liposome-DNA complexes (Lipoplexes) were 

developed taking into consideration the scaling up because they can be lyophilised and stored at room 

temperature without aggregation or loss of efficiency. The lipoplexes demonstrated the GMP 
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requirements in gene therapies and vaccines within advanced cures for the diseases at the genetic level 

(Gregoriadis, 2016). Moreover, an encapsulated complex of DOTAP/Chol/DSPE-PEG cationic 

liposomes as a cationic liposome/protamine complex evoked the conventional RNA in vitro vaccines 

by stronger uptake and stimulation for anti-tumour immune response in aggressive Lewisôs lung cancer 

model (Mai et al., 2020). Another lipopolyplexe were formulated lately for mRNA nasal vaccines. A 

tripartite formulation with RNA, cationic polymer, and anionic liposomes was encapsulated with RNA 

into neutral formulation (Van Der Jeught et al., 2018). A novel lipopolyplex vector for the in vivo 

delivery of mRNA was also proposed to target the dendritic cells without cell-specific functionalisation 

or ligands. Multi-LP incorporated the immune adjuvant Ŭ-galactosylceramide (Ŭ-GalCer) and a 

multivalent cationic lipid (Guevara et al., 2019).  

In summary, liposomes became versatile delivery systems which can load antigens, proteins, peptides, 

nucleic acids, and carbohydrates to construct new types of vaccines targeting the macrophage immune 

cells, the lymphatic system, and dendritic cells (Lai et al., 2018; Stolk et al., 2020). The liposomes can 

target different organs including the skin (Shah et al., 2012; Stolk et al., 2020), brain (Hong et al., 2019), 

mucosal routes (Ramvikas et al., 2017) to decrease the adverse effects throughout the body (Yu et al., 

2019). Many liposomal carriers for chemotherapeutical drugs have been approved under the following 

commercial names: Dau-noXome®, DepoCyt®, Ambisome®, Visudyne®, and Doxil/Caelyx®. The 

treatments targeted several types of cancer such as brain, breast, and skin (Lippens, 1999; Torchilin, 

2006).  

1.6 Microfluidics based synthesis of nanoparticles, liposomes, and 

microbeads 

Traditional methods for synthesising micro and nanoparticles are spray drying, polymerisation, solïgel 

reaction, co-precipitation, hydrolysis, coagulation, emulsification, and microfluidic systems. The 

advanced microfluidic flow focus system produces monodisperse emulsions with droplets in uniform 

shape and size. Therefore, the mechanical properties and functionality have showen an improved impact 

on biomedical applications. The microfluidic control methods consist of single phase laminar which is 

segmented as either single-emulsion phase or a multi-emulsion phase (Kung et al., 2020). Both PLGA 

beads and liposomes can be synthesised by the microfluidic solvent diffusion method. They are 

generated inside a micromixer chip which consists of microchannels. By rapid mixing, PLGA-

dichloromethane or lipid-alcohol solution are nucleated by the aqueous continuous phase using the 

hydrodynamic flow focusing mechanism. 
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Figure 3. Schematic shows a hydrodynamic flow focusing microfluidic system which mediates the synthesis 

strategy of nanoparticles, liposomes, and microbeads. 

A stable laminar focussed stream flows along the central channel to meet two adjacent water streams 

flowing at higher flow rates. The flow focusing squeezes between two anti-solvent water streams, 

resulting in rapid solvent exchange by diffusion. The particles formation takes place spontaneously at 

the nucleation spots that are distributed through the mixture then aggregates or grow by self-assembly. 

The hardening occurs throughout and post the growth stage by the solvent diffusion from the matrix 

into the surrounding mixture (Figure 3). Many types of cancer treatments have been prepared using this 

single emulsification method including polymer single core-shell or multiple cored droplets carriers to 

be pH responsive and protect the drug in the pH of the gastrointestinal track, then release the treatment 

for the colorectal cancer (Hasani-Sadrabadi et al., 2016; Lian et al., 2020), and metal particles such as 

embedded silver nanoparticles for breast cancer treatment (Aftab et al., 2020). Many challenges were 

shown by the coupling and proximity effects between the different components (Yu et al., 2019). 

However, these problems can be solved by generating coreïshell structure nanomaterials for multiple 

emulsions water-in-oil-in-water (W/O/W) droplets. For example, this technique facilitated a 

formulation for enhanced in vivo imaging-guided cancer photothermal therapy (Rao et al., 2017). The 

Dolomite microfluidic method produces batches with nearly 100% encapsulation efficiency and 

monodispersity < 5% which can be scaled up with no waste; uniform ingredients distribution can be 

formed without filtering (Damiati et al., 2020). 

1.7 Magnetic field tri gger for controlled drug release and medical imaging  

The main contributing factor to the low survival rates of GBM is attributed to the persistence of residual 

malignant cells which have been found to be resistant to chemotherapy and radiotherapy therapies, 

resulting in rapid recurrence (Jain, 2018). It is therefore imperative to look towards new theragnostic 

approaches to treat this downside in the treatment strategy of such a terminal disease (Wang et al., 2018; 

Pearson et al., 2019). In order to mitigate the risk of residual malignant cells post-surgery, real time 

medical imaging (e.g., MRI) during surgery is emerging as a new tool for surgeons to help reduce 
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recurrence, however, to optimise this process a targeted contrast agent is required (Chen et al., 2016; 

Hebelmann et al., 2017; Wach et al., 2019).  

Nowadays, chelated gadolinium is used in over than 30% of all magnetic resonance imaging (MRI) 

scans as a contrast agent, however, its widespread clinical use is limited (Aime and Caravan, 2009). 

Despite being fully chelated (typically with Ethylenediaminetetraacetic acid (EDTA) analogues) (Rees 

et al., 2018), gadolinium ions are reported to leach into the blood stream, resulting in nephrogenic 

systemic fibrosis and signs of neurological disorders (Unterweger et al., 2018). Super paramagnetic iron 

oxide, (SPIO), nanoparticles are therefore emerging as clinically approved alternatives (Gale and 

Caravan, 2018). This can be attributed to their lower toxicity, colloidal stability at physiological 

conditions which should be always optimised to prevent cases of severe reactions and blood clots 

(Veiseh et al., 2010; Fulop et al., 2018), controllable surface charge and their low nonspecific protein 

adsorption (Nie, 2010; Chapman et al., 2013). The combined medical imaging and potential therapeutic 

properties of SPIO nanoparticles have been recently demonstrated for biocompatibility in both 

preclinical and clinical trials (Cai et al., 2013; Hola et al., 2015; Kandasamy and Maity, 2015). Uniquely, 

SPIO nanoparticles have also been investigated as a medical device for localised hyperthermia therapies 

to induce cell death in cancer tissues (Gupta et al., 2007; Rivera Gil et al., 2010). The application of 

magnetic field (MF) triggers a following biological response such as the hyperthermia which depends 

on the characteristics of the MF and the magnetic nanoparticlesô nature.  

 

Figure 4. Magnetic field map with allowable intensity limits for frequency range. The technique which is 

indicated by asterisks refer to an intensity of ~1 T at f < 1 kHz in physiotherapy of nanomechanical magnetic 

activation (Golovin et al., 2021).  
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In physiotherapy, the heating of soft tissues is caused by MF (5ï30 MHz), and the neuron stimulation 

is caused by an electric field generated with an intensity of ~1 T and a duration of ~1 ms. The lower the 

MF frequency, the higher the maximal allowed field intensity during maintaining an electromagnetic 

equipment (Figure 4). The two approaches to convert the MF energy into biochemical effects are the 

form of thermal energy which takes place in magnetic hyperthermia at frequency 100ï800 kHz and the 

local forces that induce deformation in biomolecules which are adjacent to rotating magnetic 

nanoparticles in non-heating low-frequency < 1 kHz (Figure 4). Many studies showed that heating 

cannot be localised in a region smaller than a few millimetres, and each magnetic nanoparticle cannot 

be over heated more than 10-6 ęC. Thus, the forces of the nanomechanical approach attracted the 

attention.  

By applying an alternating magnetic field, SPIO nanoparticles rotate, and their kinetic energy is 

translated into a localised increase in tissue temperature (up to ca. 46ęC), resulting in targeted cellular 

apoptosis with minimal side effects (Rachakatla et al., 2010; Deatsch and Evans, 2014). SPIO 

nanoparticles in the range of (20-150 nm) are reported to have good renal clearance and avoid 

opsonisation with serum proteins, before being removed from the bloodstream by macrophages; this 

can be significantly quickened by controlling the surface charge on the SPIO via the addition of a 

surface coating (Cai et al., 2013; Kandasamy and Maity, 2015). Functionalising SPIO can also prevent 

their degradation and convert them into efficient carriers for pH-triggered drug release (Fan et al., 

2013a), as well as suppress their aggregation (Wu et al., 2015; Kandasamy and Maity, 2015). These 

surface coatings can also be utilised to attach prodrugs; thus, the whole functional nano-complex has 

both diagnostic and therapeutic potential properties (Gupta and Gupta, 2005). However, translating 

metal oxide nanoparticle formulations from the aqueous solutions into physiological conditions is 

problematic, due to their inherent immediate or gradual sedimentation in media conditions that are rich 

with ions such as physiological buffers and bodily fluids (Fan et al., 2013), resulting in flocculation of 

the SPIO nanoparticles and protein binding. 

1.8 Non- heating rotating magnetic field  

Nanomechanical magnetic activation (NMMA) represents the techniques that employ the nanoscale 

deformation of molecular structures by means of nanomagnetic particles which are activated by non-

heating low-frequency [< 1 kHz rotating magnetic field (MF)], (Golovin et al., 2021). Over the last two 

decades, NMMA techniques have been developed to utilise the sensitivity of the body components to 

the induced deformations (Suresh, 2007; Belaadi, Aureille and Guilluy, 2016; Master et al., 2016; Naud 

et al., 2020). The biochemical responses to the mechano-transduction with the cell apoptosis received 

a particular attention since it has opened up a wide perspective in the development of new approaches 

and techniques in the treatment of oncological (Rakesh K Jain, Martin and Stylianopoulos, 2014; Chen 

et al., 2020). The nanoparticles act as mediators that localise and apply forces to target biomolecular 
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structures including enzymes, transport vesicles and cell organelles, without significant heating. 

Therefore, NMMA demonstrates a biophysical platform for various therapies including the sustained 

and controlled release of therapeutics, without increasing toxicity (Golovin et al., 2021). Paramagnetic 

nanoparticles have been used as non-thermal contrast reagents in magnetic resonance imaging and as 

carriers in drug delivery by nanoscale modules (Cheng et al., 2016; Armenia et al., 2019). However, 

clusters of superparamagnetic nanoparticles have also been demonstrated to induce magnetic 

hyperthermia therapies when enshrouded with a polymer coating, impregnated with a drug (Zhang et 

al., 2020; Caizer, 2020). Therefore, introducing paramagnetic nanoparticles to a living organism can 

result in both thermal and non-thermal therapies; simply by changing the frequency of the alternating 

magnetic field (Golovin et al., 2021). These combined properties have successfully been utilised to 

induce controlled anticancer doxorubicin from a nanoscale vector which was called smart responsive 

nanoparticles (Hayashi et al., 2014; Hervault and Thanh, 2014). 

In oncology, NMMA techniques have been employed in the deformation of molecular structures, where 

in, the paramagnetic nanoparticles are utilised to manipulate the sensitivity of tissue, cells, and vesicles 

(Golovin et al., 2021) The biochemical response to this mechano-transduction is cell death or apoptosis 

(Jain, Martin, and Stylianopoulos, 2014; Chen et al., 2019). It has, unfortunately, also been seen to 

stimulate tumour growth. This is attributed to the transmission of force from the rigid malignant cells 

to the soft surrounding healthy ones, leading to metastasis (Broders-Bondon et al., 2018). 

Functionalising the paramagnetic nanoparticles and utilising magnetic actuation to trigger mechanical 

forces offers an exciting strategy to remotely control the drug release from coupled magnetic materials 

(Diab et al., 2018). The contactless mechanical disruption of the polymer coating triggers the release of 

the therapeutic material which triggers apoptosis cascade within the targeted cells (Broders-Bondon et 

al., 2018). In anticancer drug delivery system based on calcium carbonate particles loaded with a 

photosensitizer, the physical stimulation has been shown to be advantageous, compared to photon or 

thermal triggering. Thanks to the possibility of achieving deep activation in a controllable and non-

invasive manner which targets intracellular delivery with a high selectivity to cancer cells due to the 

pH-controlled release (Svenskaya et al., 2013a). 

1.9 Project aim and objectives 

This work aims to create a principle ready formulation of modified superparamagnetic iron oxide 

nanorods for biomedical applications, and to utilise them in PLGA and liposome encapsulated 

formulations for the controlled release of carnosine. Using different triggers including mild 

hyperthermia and rotating magnetic field, will introduce many non-invasive approaches toward a 

triggered or sustained release treatment. The investigation outcomes will reflect the long-term curing 

effect of carnosine treatment at the same time as monitoring the brain tumour cells.  
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The research objectives and techniques to be used in this project are: 

1. Synthesising biocompatible coated oxide nanorods for biomedical applications:  

In terms of high surface area, magnetisation, blood circulation availability and long retention in cancer 

cells, it has been proved that one dimensional (1D) iron oxide nanostructures possess considerable 

advantages over the spherical and cubic shapes (Das et al., 2016). Tuning the iron oxide magnetics 

properties by decreasing the surface and the amount of coating is tedious because engineering the size 

and shape affects the spin, also, limits the magnetic properties. Moreover, different coating material 

might entirely change the crystallinity (Kandasamy and Maity, 2015). Thus, using the branched 

polyethyleneimine (BPEI) with reactive primary amines is a great advantage to form a hydrophilic, 

stable, biocompatible, and positively charged surface which displays a relatively high R2 relaxivity 

(Wang et al., 2009; Cai et al., 2013). To achieve the best potential formulation, the research will be 

following the recommendations from the previously published methods and avoiding the drawbacks 

(Wan et al., 2005; Wang et al., 2009; Ebrahiminezhad et al., 2012; Ding, Liu and Jiang, 2013; Cai et 

al., 2013; Mohapatra et al., 2015). 

2. Assessing the magnetic properties of the synthesised nanorods to check the physical efficacy: 

The thermal effect for the iron oxide nanorods is essential in hyperthermia treatment to initiate the 

cancer cells apoptosis, (Kandasamy and Maity, 2015). To produce pulses of heat the synthesised iron 

oxide nanorods should keep the magnetic properties to stimulate the release of carnosine from the 

surface coat of the iron oxide nanorods. Also, it is necessary to evaluate the T2 relaxivity of the iron 

oxide nanorods because it affects the ability of censoring the cancer tissues to monitor the size of the 

solid cancer via MRI or magnetic particle imaging (MPI) (Mohapatra et al., 2015; Wu et al., 2015; Xie 

et al., 2018). To study the diagnostic potential of the synthesised iron oxide nanorods, phantoms and/ 

or ex vivo mice models will be utilised. 

3. Investigating the cytotoxicity of the optimised iron oxide nanorods using human brain tumour 

cell line (U87 MG) to estimate their safety margin for  the brain tumour applications:  

Although the iron oxide toxicity was estimated to be low, it cannot be ensured yet since results from in 

vitro studies are sometimes contradictory in the literature. Iron oxide inhibits the tumour growth by pro-

inflammatory macrophage polarisation (Zanganeh et al., 2016). Therefore, the cell viability of the core 

iron oxide particles should be appreciated by applying the necessary tests such as the 3-(4,5-

dimethylthiazol-2-yl)-2,5-diphenyltetrazolium bromide (MTT) assay (Mahmoudi et al., 2009). In vivo 

studies are also rare and human epidemiological studies are nearly inexistent. Due to the useful presence 

of iron oxide, the tolerability of human healthy brain cells toward formulations include iron oxide must 

be established to determine the safe dose (Valdiglesias et al., 2016). Also, the dose response of carnosine 
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will be addressed by calculating the half maximal inhibitory/ effective concentration (IC50/ EC50) to 

estimate the amount to be embedded onto the prepared core of PEI coated iron oxide nanorods. 

4. Studying the uptake and localisation of the formula and the migration ability of the tumour cells 

after treatment: 

Surgery followed by radiotherapy cannot assure the removal of all Glioblastoma cells that often migrate 

away amongst healthy cells (Liu et al., 2012; Wang et al., 2018). Therefore, it is important to check if 

the formula inhibit the tendency of malignant cells towards developing metastasis.The wound healing 

assay is reliable to be used for the migration and invasion studies of the U87 MG cells after applying 

carnosine as a treatment. Moreover, different microscopic imaging techniques are quite useful for 

tracing the nanoparticles. The scanning and transmission electronic imaging will reveal the morphology 

of the material and the cells for the characterisation of the resulted applications. Also, the fluorescent 

dye will be used for cell studies and detected either by the confocal microscopy or the Incucyte® live 

cell system. 

5. Comparing the critical parameters of time, temperature, and carnosine concentration to induce 

the tumour cell death under a controlled conditions for the drug release. 

It is essential to assess the in vitro effect of the formulations of loaded carnosine on PEI coated iron 

oxide nanorods while applying hyperthermia to stimulate the controlled drug release. The tolerability 

of a control U87 MG cells towards the suggested formulations must be monitored to determine the 

safety margin and the effective dose of carnosine during releasing time (Valdiglesias et al., 2016). 

Also, hyperthermia effect should be addressed alongside the applied treatment. MTT assay is a reliable 

indicator for the comparative studies of cell viability. 

6. Optimising encapsulated iron oxide nanorods with/ without carnosine to formulate PLGA beads 

or liposomes for drug delivery and sustained release: 

Using drug release systems is an advantage to preserve biodegradable drugs such as the dipeptide 

carnosine which attracts the attention as a natural regulator of oxidative metabolism in brain tissues 

(Boldyrev, 2012). In this work, PLGA or liposomes encapsulation will  be developed with stability 

profile to increase the bioavailability of the formula for longer time (Budama-kilinc, Cakir-koc and 

Kecel-gunduz, 2018). Tailoring a controlled dimension for the particles is crucial for the best potential 

uniformity, so, the nanorods will  be precisely adjusted around 70 nm (Jahn et al., 2007; Danhier et al., 

2012). Moreover, both shell and core of will  be tuned to get the optimal theranostic balance of the 

nanorods. The dolomite microfluidic flow focus system provides producible conditions to optimise the 

aimed encapsulation by using various microchips according to the recommended protocols as a reliable 

starting point. Thereafter, a Halbach array rotating magnet system will be designed for studying the 

controlled release application. 
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Chapter 2: Super paramagnetic nanorods 

1.2 Overview 

Superparamagnetic nanoparticles have shown advantages in cancer therapeutic and diagnostic 

applications. Primarily, superparamagnetic iron oxide (SPIO) nano-theranostic particles attracted the 

attention for the in vitro and in vivo bio-applications. Practically, SPIO particles at size below 30 nm 

exhibit the superparamagnetic behaviour at room temperature because SPIO nanoparticles with only a 

single magnetic domain exhibit high magnetic susceptibility and provide a fast strong magnetic 

response (Nee Koo et al., 2019). Among many examples, the recent developments were administrated 

on magnetite (Fe3O4) and maghemite (ɔ-Fe2O3) for drug delivery, hyperthermia treatments, and 

magnetic resonance imaging (MRI). Even with many beneficial properties, the toxicity of SPIO 

nanoparticles on healthy cells must be considered (Kandasamy and Maity, 2015). 

1.2.1 The shapes of SPIO nanoparticles 

Modifying the shape of the superparamagnetic iron oxide nanoparticles is a key strategy. Practically, 

changing the geometry while avoiding chemical composition amendments will directly affect the 

magnetic anisotropy of the SPIO nanoparticles (Gavilán, Posth, et al., 2017). Moreover, the morphology 

changes of SPIO nanoparticles showed an impact on the magnetic heating effect (Walter et al., 2014; 

Das et al., 2016a; Simeonidis et al., 2016; Nemati et al., 2018). For example, the nano cube shape of 

iron oxide crystals demonstrated one of the best magnetic heat promoters. SPIO nano-cubes display the 

highest hysteresis losses which have been reported in the literature so far, provided that the field 

amplitude is enough to ensure the remagnetisation. The hyperthermia efficiency is desirable with size 

ranging between 15 and 50 nm for the internalisation into mammalian cells (Guardia et al., 2012). Both 

shape and magnetic field intensity are crucial in these studies. Another interesting system for 

investigation is the elongated SPIO nanoparticles which were well defined by the property of single 

magnetisation axis. elongated SPIO nanoparticles are several. They have strong shape anisotropy which 

align when an external magnetic field is applied and flow with low resistance within the bloodstream. 

Also, they show a favourable uptake by cells due to their large surface area which allows multivalent 

interactions with the receptors of the cell membrane (Gavilán, Posth, et al., 2017; Avolio et al., 2019). 

In general, the target of challenging strategies is the synthesis of the elongated SPIO nanoparticles with 

size of less than 100 nm. The templates of iron oxide in aqueous phase are the initial start in SPIO 

nanoparticles growth preparation (Ocaña, Morales, and Serna, 1995).  

For decades, the most accessible SPIO nanoparticles shape was the spherical which can be prepared via 

various methods. Amongst these techniques, co-precipitation is the most popular which consists of 

mixing ferrous and ferric precursors in alkaline aqueous media (Roca et al., 2009; Ammar and Fievet, 
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2020). Using co-precipitation, a certain SPIO nanoparticles assembly was predictable with the size 

distribution by controlling the key parameters of the synthesis. This followed by the changes in the 

characteristics of the crystal which affect the anisotropy energy and magnetic effect (Gavilán, Sanchez, 

et al., 2017). The importance of the selectivity of the synthetic route rises from the high impact of the 

stability of the produced colloid. Thus, the chemical properties on the surface of SPIO nanoparticles 

depict the degree of their aggregation.  

1.2.2 The coating of the SPIO nanoparticles 

The coating of the SPIO nanoparticles by biocompatible surfactants prevents the direct contact between 

the SPIO nanoparticles because of the dipolar magnetic interactions which exploit hindrance (Cabrera 

et al., 2018). In fact, improving the stability of SPIO nanoparticles by increasing the anisotropy barriers 

enhances their thermal fluctuations and superparamagnetic relaxation (Binns et al., 2002; Burrows et 

al., 2010). Several stability strategies have shown positive impact on the magnetic heating energy 

(Mehdaoui et al., 2013; de La Presa et al., 2015; Arteaga-Cardona et al., 2016; Engelmann et al., 2018). 

However, unwanted effects on heating efficiency can also be caused by strong dipolar bio-interaction 

which reduces the stability and induce the agglomeration, aggregation, and sedimentation phenomena 

(Ovejero et al., 2016). This is due to such changes as the size, demagnetisation effect will slow the 

relaxation and degradation (Zrínyi, Barsi, and Buki, 1997; Xu et al., 2012). 

1.2.3 The advantages of elongated SPIO nanoparticles 

The most commonly used shape for nanocarriers is the spherical which includes micelles, liposomes, 

and polymers. Those nanostructures reduce the rapid biological clearance barrier because the 

phagocytic cells opsonise the spherical nanoparticles by the mechanism of adsorption at their surface 

(Lundqvist et al., 2008). The size distribution of the nanoparticles also plays a significant influence on 

the filtration process and the elongation of circulation time. For instance, the spherical nanoparticles 

with diameter of 20 nm or below showed an extended lifetime after surface modification with coating 

material such as the PEGelation with stealth polymers (Klibanov et al., 1990; Gref et al., 1994).  

Switching the shape of nanocarriers changes the initial point of contact with the cell membrane. The 

geometrical structure with long axis spreads in parallel to the cell membrane which leads to a reduction 

in phagocytosis occurrence (Champion and Mitragotri, 2006; Champion and Mitragotri, 2009; Sharma 

et al., 2010). Trials on the clearance delay were initiated in vivo by forming filo-micelles. The di-blocks 

of PEG flexible micelles survived in the animal bloodstream for a week despite the biodegradation 

(Geng et al., 2007). Persistent delivery by the filo-micelle formulation was notable with previous 

intravenous delivery of drugs and dyes by using the highly elongated filo-micelles (Mahmud et al., 

2017). The advantage of the filo-micelles was using them to load double dose of lung cancer treatment 

which demonstrated sustained shrinkage for the tumour in the mouse model (Cai et al., 2007; Christian 
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et al., 2009). Therefore, combining the size, shape, and surface functionalisation effects to generate 

collections of optimised parameters for diverse designs of new drug carriers is paramount.  

Many reports investigate cell targeting, blood distribution, and transportation pathway for controlled 

complexes of nanoparticles in vivo (Simone, Dziubla, and Muzykantov, 2008; Decuzzi et al., 2009; 

Pillai et al., 2011; Venkataraman et al., 2011; Truong et al., 2014; Zhao et al., 2019). For example, the 

renal clearance of 20 to 150 nm SPIO nanorods was reported as not the opsonisation/ macrophageôs 

removal from the bloodstream (Cai et al., 2013; Hola et al., 2015). pH-triggered modification for the 

surface of SPIO nanorods control the release, as well as reduced their aggregation (Fan et al., 2013; Wu 

et al., 2015; Kandasamy and Maity, 2015). These surface coatings can also be utilised to attach 

prodrugs. Thus, the whole functional nano-complex has both diagnostic and therapeutic potential 

properties (Gupta and Gupta, 2005). Recent investigations have reported the forces of unidirectional 

nanoparticles growth which allow the generation of pure nanodrugs instead of unnecessary loading of 

extra cytotoxic materials. Therefore, elongated self-assembled nanocarrier formation was preferred for 

advanced therapeutic applications (Avolio et al., 2019; Mougin, Bourgaux and Couvreur, 2021).  

Heat generation by magnetic forces was compared between cubic and spheroid SPIO nanoparticles for 

hyperthermia application. The reports found that the magnetic heating efficiency was higher from the 

SPIO nano cubes with 20 nm size (Martinez-Boubeta et al., 2013). Afterwards, another comparison 

between the nano-cube and nano-rod SPIO particles showed that similar volume of SPIO nanorods 

exhibit more enhanced hyperthermia (Das et al., 2016). In spite of the previous advantages of the nano-

rod carriers, translating metal oxide nanoparticle formulations from the aqueous solutions into 

physiological conditions is problematic, due to their immediate or gradual sedimentation in ion-rich 

media conditions, such as physiological buffers and bodily fluids, which inherently results in protein 

binding and the flocculation of SPIO nanoparticles (Fan et al., 2013). Hence, stability profiles should 

be studied thoroughly after each SPIO nanoparticles development. 

1.2.4 The advantages of using SPIO nanoparticles over other metals 

Chelated gadolinium is used in over than 30% of all MRI scans as a contrast agent; however, its 

widespread clinical usage is limited (Aime and Caravan, 2009). Despite being fully chelated (typically 

with EDTA analogues) (Rees et al., 2018), gadolinium ions are reported to leach into the blood stream, 

resulting in nephrogenic systemic fibrosis and signs of neurological disorders (Unterweger et al., 2018). 

SPIO nanoparticles are, therefore, emerging as clinically approved alternatives (Gale and Caravan, 

2018). This can be attributed to their lower toxicity and colloidal stability at physiological conditions, 

which should be optimised to prevent cases of severe reactions and blood clots (Veiseh et al., 2010; 

Fülöp et al., 2018), controllable surface charge and their low nonspecific protein adsorption (Nie, 2010; 

Chapman et al., 2013). The combined medical imaging and potential therapeutic properties of SPIO 

nanoparticles have recently been demonstrated for biocompatibility in both preclinical and clinical trials 

(Gupta et al., 2007; Rivera Gil et al., 2010; Cai et al., 2013; Hola et al., 2015; Kandasamy and Maity, 
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2015; Jain, 2018). Uniquely, SPIO nanoparticles have also been investigated as a medical device for 

localised hyperthermia therapies to induce cell death in cancer tissues (Gupta et al., 2007; Rivera Gil et 

al., 2010). 

Further potential applications for SPIO nanoparticles currently attracted attention as the wireless on-

demand response. For instance, applying an alternating magnetic field triggers the SPIO nanoparticles 

to rotate, and their kinetic energy is translated into a localised increase in tissue temperature (up to ca. 

46 °C), resulting in targeted cellular apoptosis with minimal side effects (Zhao et al., 2012; Stocke et 

al., 2017). Personalised SPIO nanoparticles can control drug delivery efficiency. They can be controlled 

spatially by a static magnetic field to the targeted site to release the loaded drug according to the 

frequency of the applied magnetics forces (Wang and Kohane, 2017). Hyperthermia can be added to 

certain cases too (Golovin et al., 2015). In spite of the previous advantages, these novel approaches still 

have limitations at the moment. These systems should be provided with sensors for the exact 

temperature inside the body to measure the intensity and frequency of the magnetic field precisely to 

avoid off-target side effects. Designing a control system is essential to induce the temperature before 

developing random necrosis or hyperthermic shocks to the cells. The stability of the nano-packages 

could be affected by the leak or leaching of the active material from the nano-carriers (Mirvakili and 

Langer, 2021). 

In summary, SPIO nanoparticles have been extensively used in cancer theranostics for imaging and 

various magnetic targeting, resonance, heating, and mechanical forces. Some of the SPIO nanoparticles 

usages are associated as the following: contrast agents, fluorescence stains, near infra-red and 

ultrasound imaging. They were synchronised with the other types of cancer treatments such as, the 

chemo, gene, immune, antibodies, photo, and thermal therapies. Nano-packages of conjugated vectors 

showed both effectiveness and downsides in recent cancer treatment (Kandasamy and Maity, 2015).  

1.3 Method development   

The synthesis of iron oxide nanostructured crystals in aqueous media dominates the methods of 

developing SPIO particles due to the fact of the abundance of the iron precursors naturally. Furthermore, 

the easy accessibility and cost-effective starting materials derived a considerable desire for the 

formation of excellent magnetic SPIO nanoparticles (Li and Zhu, 2020). Some synthetic methods for 

SPIO nanoparticles are coprecipitation, combustion, gyrothermal, thermolysis, solïgel, and 

hydrothermal processes (Bae et al., 1998; Rigneau et al., 1999; Deb and Basumallick, 2001; Dong and 

Zhu, 2002; Khollam et al., 2002; Woo et al., 2004; Deshpande, Mukasyan, and Varma, 2004; Zou et 

al., 2005; Zhang et al., 2008). 

1.3.1 Co-precipitation  

The co-precipitation synthesis is likely the most popular, applicable, and efficient method to generate 

SPIO nanoparticles (Wu et al., 2011). The straightforward steps include dissolving ferrous and ferric 
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salts ratio of (2:1) in aqueous solution, then adding an alkaline reagent to trigger the homogeneous 

precipitation of iron oxide while stirring vigorously at specific temperature (Wong-Molina et al., 2008; 

Pereira et al., 2012). Due to the instability of the iron oxide in the presence of oxygen, the reaction 

usually conducted under nitrogen in closed flask. The final physical structure to the crystals is strongly 

related to the parameters and conditions such as the temperature, pressure, time, alkaline reagent, and 

speed of mixing (Salavati-Niasari, Mahmoudi, and Amiri, 2012).  

The mechanisms of iron salt transformation to iron oxide crystals were observed using advanced 

technology such as including transmission electron microscopy (TEM), X-ray diffraction (XRD) for 

the characterisation and the particle growth or changing from rice like shape into spheres (Liu et al., 

2011; Suh et al., 2012). Urea and ammonia are the common precipitation agents.  However, using 

different alkaline reagents enabled variation of saturation magnetisation. Moreover, using a surfactant 

in the reaction affects the size, shape, and magnetisation of the nanoparticles too (Li et al., 2008). For 

example, adding different amount of surfactant sodium dodecyl sulfate (SDS) during a coprecipitation 

reaction produced nano-spheres, nano-needles, and nano-cubes Fe3O4 particles (Woo et al., 2004). 

Coating the SPIO nanoparticles with sodium oleate or PEG polymers decreases the size of the generated 

nanoparticles (Bronstein et al., 2007; Wang et al., 2012). Also, doping with Cu or Sn forms small sizes 

due to the reduction in the band gap to the smallest (Liang et al., 2006). The choice of reactor of the 

coprecipitation reaction can have a significant influence, for instance, using a micro-channel reactor 

obtained uniform size distribution for high crystalline nanoparticles with small size and large surface 

area (Hu et al., 2012). In general, the conventional coprecipitation reaction with straightforward process, 

ingredient, and conditions made this method promising for the scale-up production of SPIO 

nanoparticles. Even with the ease of the coprecipitation method, the control of the properties of SPIO 

nanoparticles is still difficult as long as the rate and kinetic factors are uncontrollable (Wu et al., 2011). 

1.3.2 Conventional hydrothermal method  

The hydrothermal templated synthesis was first applied to produce crystalline structures five decades 

ago (Guo et al., 2015). In general, water is used to dissolve the reactants. A sealed autoclave which 

should be heated to maintain a specific temperature and high pressure for a fixed time is the most 

common instrument for this process. The certain parameters during the hydrothermal synthesis are the 

key to generate the growth of the crystals out of the precursors in accelerated process. Any modification 

to the conditions will strongly implicate a change in the size, morphology, and other physical/ chemical 

properties. Hydrothermal synthesis is reported to yield different structure shapes such as, mushroom, 

cube, sphere, and hierarchical iron oxide nanostructures with various morphologies and sizes. 

Simultaneously, changes in crystals could depend on adding a surfactant beside adjusting the 

experimental conditions (Trpkov et al., 2018).  
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An interesting example when producing an Fe2O3 hollow sea urchin-like nanostructured from aqueous 

solution of FeCl3 and Na2SO4 as building blocks (Zhang et al., 2009). Afterwards, the research reported 

the templated mechanism to produce the growth of Fe2O3 nanorods (Ni et al., 2009; Almeida et al., 

2010). Moreover, assembling Fe3O4 microspheres was investigated by using ascorbic acid as the 

reductant, urea as the precipitator, and poly(ethyleneglycol)-6000 as a template (Lv et al., 2009). In 

another work, controlling the hydrothermal reaction by adding polyacrylamide averaged the size to 230 

nm (Leshuk, Krishnakumar and Gu, 2015). whereas, using sodium oleate instead of poly(acrylic acid 

sodium salt) demonstrated an influence on the hydrophilicity/hydrophobicity and the dispersion 

properties of the Fe3O4 nanoparticles (KolenôKo et al., 2014). Currently, many more options have 

become available in iron oxide based nano composites including amorphous nanorods, three-

dimensional hierarchical porous graphene structure, and flower-like nanosheet composite (Suma and 

Deng, 2015; Zhang et al., 2016; Zhang et al., 2017). 

 

Scheme 1. Synthesis of nanotherapeutic carrier, loaded with carnosine. Step1 is the coprecipitation, Step2 is the 

thermal degradation, Step3 is coating with BPEI, and step4 is embedding the carnosine into the BPEI branches. 

In this project, the synthetic route of carnosine embedded within an iron oxide nano rod (IONR)-

functionalised carrier is illustrated in (Scheme 1). Branched polyethyleneimine polymer (BPEI), with 

its high density of cationic amino functional groups, dendritic structure, and inherent interstitial voids, 

was selected as a template for the IONRs (Nie, 2010). In step one of the syntheses, the ferrous and ferric 

iron precursors were loaded into the polymer template before the addition of ethylenediamine. The latest 

resulted in the co-precipitation of Fe3O4. The template was then removed, in step 2, via thermal 
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degradation in a sealed reaction vessel (120 °C, 20 h), and the IONRs were washed with dry dimethyl 

formamide to avoid aggregation (Habra et al., 2021).  

1.4 Results and discussion 

1.4.1 Characterisation  

 

Figure 5. (A, B) SEM images show the aggregates of naked iron oxide nanorods before coating. The scale bars 

are 1ɛm, 100nm. (C) TEM image shows similar aggregates for uncoated IONRs. 

Figures 5, 6 and 7 for SEM, TEM, XRD and thermal gravimetric analysis (TGA) studies confirmed that 

the IONRs were repeatable (85.9 ± 17.1 × 19.1 ± 1.8 × 11.3 ± 2.1 nm) Fe3O4 nanoscale crystals (Figure 

7A).  The powder XRD spectrum of the capped IONRs corresponded (Cai et al., 2013c), as expected, 

to the two individual components, with the inorganic lattice displaying the (111, 220, 311, 222, 400, 

511, 440) planes of Fe3O4 (Figure 6C). The IONRs were then capped in fresh BPEI (13.4 ± 2.3% w/w 

coating ratio), an efficient transfection agent (Whittaker and Davis, 2009), before being washed with 

water, centrifuged, and dried under vacuum, resulting in a black powder (84.4 ± 5.5% yield), before 

being stored under a nitrogen atmosphere until further use (Wan et al., 2005; Ebrahiminezhad et al., 

2012; Ding, Liu and Jiang, 2013; Mohapatra et al., 2015; Medeiros et al., 2015). TEM microscopy 

(Figure 7B) of the BPEI-coated IONRs was found to be a crystalline, with a tetragonal prism-dipyramid 

morphology and mean length of 85.9 ± 17.1 nm. The electron microscopy images show prolific 

agglomeration and a lack of uniformity prior to coating with the BPEI, whereupon they transition to 

monodispersed tetragonal bipyramidal nanorods (Figure 7C) (Sun et al., 2012; Mohapatra et al., 2015). 

The BPEI polymer adsorbs onto the surface of the BPEI-coated IONRs, thus making a steric 

stabilisation, which enhances the dispersion state. Optimising the polymer density on the surface of the 

BPEI-coated IONRs is essential to avoid the cross-bridging effects reported at higher concentrations 

(Ogura et al., 1996).  

 

1 µm 200 nm 

µm 
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Figure 6. Transmission electron microscopic (TEM) images of (A) uncoated IONR exhibiting significant 

agglomeration, (B) mono disperse BPEI-coated IONRs, (C) single IONR with tetragonal prism-dipyramid 

morphology, (D) Fast Fourier transformation (FFT) crystal structure diffraction pattern of BPEI-IONRs, (E) the 

images show the uniformity size and shape of the BPEI-coated IONRs in various magnifications and spots. 
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Figure 7. (A) Image J analysis for the dimension distribution for the tetragonal prism-dipyramid morphology of 

the iron oxide nanorods (length, width, depth, and hypotenuse). (B) TGA shows the repeatability in coating 

method for three batches. (C) XRD displays the labelled characteristic planes (111, 220, 311, 222, 400, 511, 440) 

for the iron oxide crystal pattern (naked, tuned with polymer and coated with extra layer of polymer). 

 

Figure 8. TGA shows the carnosine compounds. Carnosine shows a distinct two stage weight loss with an onset 

at 196°C. A first weight loss of 46.04% and a second weight loss of 45.79% equate to a total mass loss of 91.83%. 

 The major loss of ɓ-Alanine happens between 200 and 300°C. L-Histidine is the responsible for the loss pattern 

between 600 and 900°C.  
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Figure 9. TGA results between 50 and 700 °C of uncoated IONRs (green), IONR capped with BPEI (blue) and 

capped IONR loaded with carnosine (red). 

 

 

Figure 10. GC-MS spectrums analyse the organic coat on the IONRs which evaporate at (A) 13 minutes, (B) 22 

minutes and (C) 25 minutes which cover the range between 150 and 600ęC. (D, E) Specific peak for carnosine/PEI 

coated NRs between 600 and 800°C matches imidazole in MS library from L-histidine. 
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TGA with hyphenated FTIR-GC-MS (shown in Figures 8 and 9), confirmed that the IONRs were coated 

with BPEI (87% w/w) (Mohapatra et al., 2015; Wang et al., 2018). Figure 8 and 9 shows a carnosine 

loading of ca. 60% mg carnosine/µg IONR/mL water, as analysed by evolved gas analysis using TGA-

FTIR-GC-MS (Figure 10). The polymer is observed, in Figure 8, to be completely dissociated between 

150 and 300 ÁC, while the ɓ-alanine and L-histidine from the carnosine degraded between 300 and 

700 ÁC. This is similar to the results observed for the pure carnosine and the two amino acids (ɓ-alanine 

between 200 and 300 °C and L-histidine between 600 and 900 °C (Figure S3), evidencing that carnosine 

is embedded within the structure of the carrier (Balog et al., 2015). 

 

Figure 11. FT-IR spectra show changes in the spectrum of uncoated IONRs (red), IONR capped with BPEI 

(green) and capped IONR loaded with carnosine (blue). Arrows indicate the representative frequencies from the 

imidazole ring of L-histidine and peptide bond. 

The infra-red attenuated total reflectance (FT-IR) ATR spectrum of the carnosine loaded carrier 

displays characteristic bending bands between 1474 and 1630 cmī1 that are attributed to the peptide 

bond of carnosine, and a band at 2900 cmī1 from the imidazole ring of L-histidine. In addition, the 

strong stretch at 3000 cmī1 is due to the absorbance alkane C-H (Mohapatra et al., 2015) (Figure 3), 

and the peptide bond overlaps the strong bending band at 1474 and 1630 cmī1 of the NH2 group. Despite 

the annealing of the BPEI as a template during the synthesis of the IONRs, it is clear that there remains 

trace residual polymer on the nanorods.  

1.4.2 IONRs colloidal stability 

Aggregation of nanoparticles can lead to anomalies in results and limit reproducibility. As a time-

dependent process, this can result in changes when measuring their cellular responses and the toxicity 

profiles (Ogura et al., 1996; Butkus and Grasso, 1998; Ebrahiminezhad et al., 2012). Metal oxide 
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nanoparticles, including those investigated as MRI contrast agents, are often susceptible to 

agglomeration or sedimentation over prolonged periods of time, especially under physiological 

conditions (Mohapatra et al., 2015; Unterweger et al., 2018). Therefore, the colloidal stability of 

SPIONs is commonly demonstrated in deionised water in order to eliminate the detrimental interactions 

of electrolytes and variations in pH. This is, however, not representative of real-world behaviour and, 

thus, their colloidal stability in physiological solutions and media is of paramount importance when 

considering their potential biomedical applications (Sader, Carnie, and Chan, 1995; Butkus and Grasso, 

1998). The zeta potential is often used as an indication of the net charge of a cloud of counter ions 

around the particle, which differ because of their environment due to the ionisation dissociation of 

surface groups (McCartney and Levine, 1969; Ogura et al., 1996; Bhattacharjee, 2016). It is reported 

that the addition of a BPEI coating, onto metal oxide nanoparticles, improves charge and overall electro-

steric stabilisation via the induced steric hindrance provided by the formation of a hydrophilic macro-

shield (Ebrahiminezhad et al., 2012).  

In order to evaluate the stability of the BPEI-coated IONRs, dynamic light scattering (DLS) 

measurements are usually conducted (Edwards and Williams, 2004). However, due to the limitation in 

DLS sensitivity when using bio-logical buffers, serum, and complex media, they often lead to inaccurate 

refractive index results (Saini et al., 1987). Therefore, the samples described herein were studied using 

biological media and MRI techniques. Thanks to the paramagnetic properties of the IONRs, MRI can 

be utilised to provide spatial resolution and contrast of the samples. The stability of the IONR in water 

was evaluated for hydrodynamic diameter and polydispersity changes, measured using DLS over the 

course of one hour and 30 days (Figure 12). 
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Figure 12. Colloidal stability studies via DLS compering intensity distribution measurements at room 

temperature: (A) hydrodynamic diameter of uncoated IONR at pH 7 (pink), IONR capped with BPEI at pH 7 

(blue) and IONR capped with BPEI at pH3 (brown) over one hour; (B) hydrodynamic diameter polydispersity of 

uncoated IONR at pH 7 (pink), IONR capped with BPEI at pH7 (blue) and IONR capped with BPEI at pH 3 

(brown) over one hour; (C) hydrodynamic diameter of IONR capped with BPEI at pH 7 (blue) and IONR capped 

with BPEI at pH 3 (brown) over one month; (D) hydrodynamic diameter polydispersity of IONR capped with 

BPEI at pH 7 (blue) and IONR capped with BPEI at pH 3 (brown) over 30 days.  

 

Figure 13. DLS compering the intensity distribution of the iron oxide nanorods hydrodynamic diameter before 

and after coating. The polymer coating prevents the aggregation. After coating, the rods had a relative stable 

hydrodynamic stable diameter over an hour. Each measurement is the mean of 60 measurements repeated 3 times 

over 3 minutes to reduce the error to the minimum.   
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Table 1. R2 for the Hydrodynamic diameter and polydispersity of the IONRs in different conditions over 1 hour. 

1 hour 
Uncoated 

IONRs 

BPEI coated IONRs 

pH = 7 

BPEI coated IONRs 

pH = 3 

Hydrodynamic diameter (µm) 0.311 0.254 0.123 

Diameter polydispersity 0.653 0.277 0.012 

 

The IONR size and polydispersity did not show any significant changes over time in water at pH 7, 

indicating that the formula is colloidally stable for over one hour at room temperature (Figure 13). By 

comparison, the uncoated IONRs show significant aggregation even after sonication, with a mean 

hydrodynamic diameter of ca. 500 nm (Figure 12A). Reducing the pH down to three did not have a 

significant effect on the hydrodynamic diameter of the IONR; however, the polydispersity was observed 

to be more uniform (Figure 12B). The R2 of the coated IONRs, at both pH 3 and 7, was below 0.5 and, 

therefore, has an insignificant effect on the hydrodynamic diameter and polydispersity. However, the 

polydispersity for the uncoated IONRs was 0.65, which refers to a moderate effect in the uniformity 

from the first hour (Table 1). The initial hydrodynamic diameter and polydispersity were ca. (165, 0.2), 

and ended ca. (500, 0.35) after an hour. 

The results of the 30-day DLS stability trial show that at pH 7, the IONR has stability in the 

hydrodynamic diameter (172 ± 8.8 nm), and also demonstrates polydispersity (0.267 ± 0.038). Similar 

results were also observed at pH 3, with a mean hydrodynamic diameter of 163 ± 8 nm and a 

polydispersity of 0.228 ± 0.031. There was an absence of aggregation indications, and no precipitation 

would have been developed over a month, which is essential for biomedical applications (Wang et al., 

2009) (Figure 12). This study showed a wide range of safe pH storage conditions as a ready suspension 

that will be buffered before the application instead of a longer process of hydrolysing the dry powder 

by sonication. In-deed, the suspension had been reserved over a year and did not show sedimentation 

or change in specifications. 

In line with the DLS results, the two dispersions of IONR in water, at pH 3 and 7, show uniform 

dispersion throughout the 48 hours, with little to no evidence of any sedimentation or flocculation of 

the carrier. The carriers quickly agglomerated with the addition of phosphate buffer solution (PBS) 

resulting in a black precipitate that completely fell out of solution within 48 hours, yielding similar 

results for the 1 hour and 48 hours images. PBS (1×) showed rapid sedimentation, while sedimentation 

of the carrier was slower over the course of the experiment when dispersed into HEPES buffer. The 

main ingredient of the Eagleôs minimal essential medium (EMEM) is PBS and, therefore, it was 

substituted with OptiMEM media, which contains HEPES. The carrier was observed to remain colloidal 

in the third component of the cell media, fetal calf serum (FCS); however, when combined with MEM, 



Chapter 2: Super paramagnetic nanorods 
 

56 
 

the IONR was sedimented out of the solution. Conversely, when OptiMEM-reduced serum media was 

substituted for MEM, the IONR remained sus-pended as a colloidal dispersion (Figure 14).  

  

Figure 14. (A) MR images show the BPEI-coated IONRs as blue contrast agents at the concentration range of 

coating in this project and (B) the colloidal sedimentation of BPEI-coated IONRs under different conditions: water 

pH 3/pH 7, PBS, FCS, MEM. MEM/FCS, Opti-MEM, Opti-MEM/FCS and HEPES at room temperature after 1, 

24 and 48 hours. The difference found between 1 and 24 hours is more than that which is found between 24 and 

48 hours. The colour codes are related to sedimentation in arbitrary units. The yellow shadow refers to 

sedimentation and the blue shows the stability of the suspension. 

The MRI results included herein confirm that the use of PBS, alone or within a media, results in rapid 

sedimentation. This is due to the relatively high sodium ion concentrations and the subsequent 

compression of the electrical double layer that surrounds the BPEI-coated IONRs (Saini et al., 1987), 

and ultimately the collapse of the colloidal system. It is also re-ported that sedimentation can be reduced 

by substituting PBS for the zwitterionic HEPES buffer since it is proposed that the FCS proteins attach 

to the surface of the BPEI-coated IONRs and sterically hinder any potential to agglomerate (Ogura et 

al., 1996). This further MRI experiment was undertaken simultaneously to evaluate this process by 

determining the effective spin lattice relaxation time constant (T2
eff) since the paramagnetic properties 

of the nanorods are known to shorten this value (Liang, Park and Guan, 2007). These results show that 

the ionic charge, between the BPEI-coated IONRs and media, can be balanced by using Opti-MEM as 

the media in combination with FSC. Furthermore, the BPEI-coated IONRs within the carrier preserve 

their super paramagnetic properties, enabling them to be utilised as MRI contrast agents. The overall 

nano-carrier foundation is also proven to be stable as both a dry powder - that can be readily re-

suspended - and directly as suspension in sterilised water, for at least one month. 

1.4.3 Trace and localisation of IONRs 

The uptake and localisation of the IONRs was studied in U87 MG cells. The intercellular transportation 

and intracellular localisation of BPEI-coated IONRs are vital in their overall interactions due to their 

theragnostic applications (Wani, 2017). Many factors impact the uptake of IONR, such as particle size, 

A B 
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polydispersity, and the surface charge of the functionalised coating. The SEM images show the uptake 

and localisation of BPEI-coated IONRs in U87 MG cells after incubation for 24 hours.  

Figure 15 showed the nanorods in the cytoplasm and probably localised inside the nucleus. The iron 

ions overloaded heavily in the images of cells treated with BPEI-coated IONRs at a concentration of 

(10 ɛg/mL); however, a concentration of 5 ɛg/mL kept the cells alive. The energy-dispersive X-ray 

spectroscopy (EDS) detected the elements and proved the iron peaks in the map scan of the cells. This 

toxicity was dictated in previous works when the BPEI-coated IONRs became overloaded (ca. 10 

ɛg/mL) (Wani, 2017), while the BPEI-coated IONRs at a concentration of around 5 ɛg/mL can be 

considered safe for use in the treatment of glioblastoma brain tumours (Wang et al., 2018). 

Nanomaterial with positively charged surface functionalisation allows cellular adhesion and 

transportation through the ionic interaction with negatively charged cell surfaces. The delivery will be 

increased which enhances their cytotoxicity margin (Foged et al., 2005; Vasir and Labhasetwar, 2008; 

Patil et al., 2018). The BPEI-coated IONRs may cause DNA damage by breaking the hydrogen bonding, 

which generates the reactive oxygen species (ROS) and, at high doses, a damage inside the nucleus 

injures the actin cytoskeleton structure due to the extra charge (Hass and Barnstable, 2016) (Figure 16).  
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Figure 15. SEM images show the uptake and localisation of BPEI-coated IONRs in U87 MG cells at different 

concentrations after 24 hours of incubation: (A, B) a 5 µg/mL concentration shows the uptake of BPEI-coated 

IONRs without affecting the live cells; (C, D) a concentration of 10 µg/mL BPEI-coated IONRs shows the 

overloaded uptake of BPEI-coated IONRs, which affects the nucleus. (E) The localisation around the nuclei was 

detected by the EDS map scan spectrum. Areas with iron localisation are distinguished by pseudo-colour that was 

applied simultaneously to the images to highlight IONRs as yellow. Scale bars are 25 ɛm for (A and C) and 50 

µm for (B and D). 

 

Figure 16. SEM images showing uptake and localisation of BPEI-coated IONRs most likely inside the destroyed 

nucleus of a U87 MG cell at a concentration of 10 µg/mL of BPEI-coated IONRs. 
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Figure 17. TEM images of U87 MG cellsô sections. The pictures represent: (AïF) Cells treated 1 hour after the 

addition of BPEI-coated IONRs at a concentration of 5 µg/mL and show the rods on the border of the cell 

membrane. (GïI) Cells after 4 h of being incubated with BPEI-coated IONRs at a concentration of 5 µg/mL for 4 

hours. The IONRs that are under 100 nm start to enter the cells and localise in the cytoplasm. (J, K) Cell division 

4 h after the addition of carnosine (25 mM). The mitochondria are loaded with carnosine. (L) This organelle is 

likely to play a pivotal role in relation to MTT assay and the size and distribution most probably refer to the 

mitochondria. (M) The general observed trend of cell reacting was changing its morphology into spherical shape.  
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Figure 18. TEM images of U87 MG cells section without any treatment. The image shows the component of the 

control cell. The arrows refer to the expected organelles such as, Mitochondrion, Golgi apparatus, Ribosomes, 

Nucleus, Rough endoplasmic reticulum. 

TEM images were taken of the resin embedded U87 MG cell sections to support the entrance of the 

rods inside the cells, as opposed to merely settling on the surface. The sections of the cells, after an hour 

of incubation with BPEI-coated IONRs at a concentration of 5 µg/mL, exhibited BPEI-coated IONRs 

that were spread around the cell membrane. TEM images of the tumour cells, after 4 h of exposure to 

the BPEI-coated IONRs, demonstrated the capability of rods < 100 nm to penetrate the cell border and 

reach the cytoplasm that was moving towards the nucleus regions (Figures 17). The blank cell shows 

the basic component of the cell (Figures 18). 

1.5 Conclusions   

1.5.1 Synthesising SPIO nanoparticles 

SPIO nanoparticles could be defined as the nanostructured molecules which develop paramagnetic 

nature due to the effect of external magnetic field and tend to lose the magnetic oscillation or rotation 

property once the applied magnetic field is turned off. The relation between the size and the modified 

surface area of SPIO nanoparticles is proportionally inverted. Thus, the smaller the size of the 

nanoparticles, the more reactive functions can be added such as coating with surfactants, polymers, 

lipids. Those additions electrical and spatial hindrances on the surface of SPIO nanoparticles maintain 

the stability of the colloids by preventing the agglomeration and sedimentation development over time.  

However, the surface functionalisation can affect the size, shape, and the super-magnetism of the initial 
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SPIO nanoparticles depending on many parameters including the amount, nature, and thickness of the 

coating.  

1.5.2 Estimating the fate of the SPIONs 

The TEM images enabled the tracking of entry into U87 MG cells over (1 and 4 hours), and the SEM 

images with the EDS traced the distribution of BPEI-coated IONRs in the target organelle nucleus after 

24 hours (Hass and Barnstable, 2016; Arachchige et al., 2017). The TEM images represented the 

morphology change in the U87 MG cellsô cytoplasm after 4 hours of carnosine treatment, which was 

similar to that of rapamycin (Lenzi et al., 2016). The carnosine crystals exacerbated the damage caused 

to the structure of the mitochondria, which was explained in detail by the Incucyte® live cell studies 

and MTT assay in chapter 3. 
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Chapter 3: In-vitro studies 

1.1 Overview 

As mentioned in chapter 1, carnosine has potential therapeutic effects in health and disease. Carnosine 

is a naturally occurring histidine-containing dipeptide which is produced in some regions of the brain 

to neutralise the reactive species and regulate detoxification (Artioli, Sale, and Jones, 2018). 

1.1.1 The mechanisms of carnosine in GBM brain tumour treatment  

The first potential antineoplastic effect for carnosine was proposed nearly four decades ago. The 

sarcoma tumour cells were implanted subcutaneously in vivo, and carnosine was administrated every 

other day in close proximity to the implantation site. As a result, both tumour growth and mortality 

were reduced (Nagai and Suda, 1986). Since then, over the years other supportive projects have been 

interested in proving the selective effect of carnosine in supressing transformed and neoplastic human 

glioblastoma cells (Holliday and McFarland, 1996; Renner et al., 2008; Renner et al., 2010). After daily 

application of in vivo intraperitoneal treatment with 1 M carnosine the delay in the aggressive growth 

of tumour model was evidenced despite the uncompleted reverse for the tumour (Renner et al., 2010). 

The main advantage of carnosine is the contradicted effect it has on healthy cells versus cancer cells 

where it seems to increase the healthy cellsô viability while impeding the proliferation of the cancer 

cells (Gaunitz and Hipkiss, 2012). Normal cells usually depend on the oxidative phosphorylation to 

produce energy in normoxic conditions. However, mitotic cells rely on the glycolysis Warburg effect 

which generates lactate (Oppermann et al., 2016). The primary mechanism for carnosine effect is the 

ability to inhibit the glycolysis pathway in the tumour cells, particularly (Renner et al., 2013). The 

reports explanation included activities of the glycolytic enzymes, metabolic regulatory, protein 

glycation, cell apoptosis, gene expression, redox biology, and metastasis (Hipkiss and Gaunitz, 2014). 

In 2018, a co-culture model has been developed from patient-derived glioblastoma cells and fibroblasts 

cells. The presence of carnosine reduced the ATP compared to the untreated cells. The mitotic cells did 

not make colonies after 4 weeks of carnosine exposure. However, the layers of fibroblasts were healthy. 

The study showed the elimination of the tumour cells in the model which shadowed the effect on cell 

mobility (Oppermann et al., 2018).  

In this project, the anti-migration and anti-invasion effect of the carnosine on glioblastoma U87 MG 

cell line was proven with the anti-proliferative effect of mitomycin C (Habra et al., 2021). Another 

group confirmed the carnosine effect which suppresses human glioma cells under normoxic and 

hypoxic conditions by the inhibition of glutamine metabolic pathway (Fang et al., 2020). Carnosine 

targets the tumour metabolism by promoting protein degradation in the proteasome pathway and 

influences transcription via epigenetic regulation to inhibit the proliferation and metastasis of tumour 
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cells (Oppermann et al., 2019; Fang et al., 2020). The efficient uptake for carnosine to enter the tumour 

cells has been proved to be accomplished by three proton-coupled oligopeptide transporters (PEPT2, 

PHT1, and PHT2). Any absence or reduction in one of them should be considered during the cancer 

treatment because it will reduce the carnosine uptake (Oppermann et al., 2019). The half-life of carnitine 

has not been established, it is presumed to be short, and the excretion takes 90 minutes. Thus, carnosine 

with high quantity to affect tumour cells need to be protected in a biodegradable storage which provide 

the sustained release. The antineoplastic effect of carnosine is independent of its cleavage, but the 

experiments identified a strong induction of expression of the gene encoding pyruvate dehydrogenase 

4 (PDK4) under the influence of L-histidine too. This conclusion means that single amino acids can 

regulate key metabolic pathways in the body. (Oppermann et al., 2019).  

1.1.2 The advantages of PLGA beads and liposomes vesicles for cancer drug delivery 

and modified release 

Traditional chemotherapeutic treatments are known for their toxicity to healthy cells because they 

showed non-selectivity in the biological effects. Many cancer drugs are considered hydrophobic active 

materials that create a challenge in drug application and delivery. However, many investigations 

introduced methods for entrapping the therapeutic compounds in nano-/ micro- colloidal formulations 

to enhance the efficacy and minimise the side effects (Brigger, Dubernet, and Couvreur, 2012). The 

FDA-approved polymer of PLGA has attracted great attention due to its safety as well as many potential 

applications such as the possibilities of sustained release, surface modification, and specific targeting 

to provide a better interaction with biological materials (Danhier et al., 2012). PLGA encapsulation was 

the solution for the water insolubility for cancer drugs, for example, the paclitaxel loaded PLGA 

microspheres (Zhang et al., 2018). Furthermore, the surface modification of PLGA developed to be pH 

sensitive or to enable the release of drugs to be controlled such as the encapsulation of antitumor drug 

doxorubicin hydrochloride (DOX) and Gadolinium (NaGdF4) for cancer cell imaging and drug delivery. 

(Taghavi et al., 2017; Zhao et al., 2017). Similar to the effect of PLGA in drug delivery, encapsulation 

using liposomes has showed benefits in vaccine preparations. In a comparative study between PLGA 

encapsulation and liposomes for subcutaneous vaccine formulation, loaded cationic liposomes showed 

a superior functional cytotoxic CD8+ T cell immune response in vivo. The liposomes demonstrated a 

stable safety storage to accommodate the antigens (Varypataki et al., 2016).  

The rapid release of the drug could be triggered by ultrasound. To combine the stability, the liposomal 

vesicles were formulated with lipid, cholesterol, and PLGA-NPs. Afterward, Mitoxantrone was 

encapsulated into the liposomes. With optimised stable liposomes, adding PLGA-NPs showed the rapid 

ultrasonic responsive ability. PLGA-NPs vibration affects the lipid membrane and trigger the in vitro/ 

in vivo release (Xin et al., 2017). Another interesting hybrid system was the liposomal doxorubicin-

loaded thermogel which was generated the sustained delivery of doxorubicin as a local treatment of 
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breast cancer. The liposomal doxorubicin-loaded PLGA-PEG-PLGA thermogel was a solution at room 

temperature and transformed into a solid gel in vivo. This formula exhibited a steady prolonged release 

of DOX without a distinct initial burst. The gel gradually degraded and the entrapped drug pass through 

the liposomal bilayer. This thermogel has significantly inhibited tumour growth in the mouse model 

(Cao et al., 2019). 

1.1.3 The safety studies on healthy cells (carnosine, PEI, PLGA, and liposomes) 

The main materials in this project were carnosine as an active pharmaceutical ingredient (API), PEI, 

IONRs, PLGA for beads, and liposomes. Each component should be extensively investigated to 

guarantee safety application on normal cells and tissues. The therapeutic benefits of carnosine have 

been investigated preclinically and clinically for many neurological diseases associated with complexity 

and it was gradually biodegraded. Current reports supported the significant boost in health when using 

carnosine without showing side effects in humans (Xing et al., 2019). Carnosine was reported with 

undesirable side effects just in one study where a benign sensation of tingling and numbness which was 

observed with a concentration over 100 µM (Derave et al., 2010; Boldyrev, Aldini, and Derave, 2013). 

The healthy benefits assessment of carnosine was proved clinically in a dose ranging between 0.8 to 2.8 

g/day if the degradative enzyme carnosinase was in the normal abundant levels (Houjeghani et al., 2018). 

However, the cases with carnosinaemia disease associate with the lack of carnosinase (Kyriazis, 2010). 

Overall, carnosine is a safe bioactive component as a dietary supplement. The healthy properties 

overweigh the only downside of paraesthesia. 

Extensive evaluations have been reported on the ability of PLGA to deliver many therapeutic agents 

with sustained and/ or targeted release (Liu et al., 2015; Park et al., 2017). PLGA toxicity of the 

biological distribution have been studied in vivo (Semete et al., 2010; Pan and Ding, 2012). Also, PEI 

has been reported as a useful pulmonary gene carrier with a low effect on the production of cytokine in 

the lungs (di Gioia and Conese, 2008). Most of the safety studies focused on the adulthood duration, 

but the effect of the exposure to PLGA and PEI was detected in preimplantation embryos during early 

pregnancy. A labelled nano-tracer was used in gametes and preimplantation embryos in mouse models. 

The results showed that PLGA and PEI are safe and biocompatible because they do not affect the 

developmental programming of the early embryos in the next generation of mice. Thus, the embryo was 

developed to the blastocyst safely in the presence of PEI and PLGA (Kim et al., 2018). 

Currently, various liposomal formulations are on the market or in the pipeline for cancer treatment. 

Since 2014, the improvements in liposomes were patented as formulations and analysed by many 

experts such as the liposomes that contain Ciprofloxacin Nanocrystals. Those improvements included 

the ingredients, stability, and release profile. The new liposomal systems showed longer circulation 

with novel structures and functionalisation for theranostic applications. Moreover, they became well 

adapted for passive and active drug delivery (El-Hammadi and Arias, 2019). Increasing the complexity 
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of the lipid vesicles requires accuracy in the analysis performed from in vitro experiments before they 

can be translated into clinical studies. After the identification of the liposomal formulation, both toxicity 

and compatibility studies are always mandatory to proceed for efficiency and delivery (Bozzuto and 

Molinari, 2015).  

1.1.4 How the project is going to expand other groups recommendations 

Effective delivery strategies should be applied to protect the carnosine from carnosinase, as well as, to 

increase its level in the tumour site. In this project, many optimisations and preliminary studies have 

been reported including using the IONRs as carnosine carriers which release the treatment in vitro upon 

applying a thermal trigger of mild hyperthermia. The same approach could be used for various 

therapeutic bio-applications and for imaging (Habra et al., 2021). For controlled and/ or sustained 

release trigger by an external magnetic field, loaded PLGA beads were formulated for hydrophilic 

IONRs and/ or carnosine via double emulsification using the flow focus microfluidic systems (Damiati 

et al., 2020). Finally, carnosine-loaded liposomes for prolonged release in brain tissues were generated 

and applied intranasally on animal model.  

In the future, any analogue treatment or active material which synergises with the therapeutic effect of 

carnosine should be considered by the researchers. For example, it was reported that long-term physical 

exercises increase the carnosine naturally (Artiol, Sale, and Jones, 2018). Thus, another novel 

exploration about natural carnosine may support cancer treatment. 

1.2 U87 MG cell line optimisations for 2D and 3D models  

1.2.1 Cell Proliferat ion  

Prior to the proliferation and cytotoxic studies of the U87 MG cell line, cell density studies were 

conducted to define the cell number required to attain a significant adherence to the bottom of the 96 

well plate within 18 hours and without reaching the full confluence after 48 hours. As such, the optimum 

cell density was found to be 4000 cells per well because wells seeded with higher cell density were 

found to have cells growing on top of each other by 48 hours affecting the exponential growth. This 

was reflected by the increase in the deviation of the error bars over the last 6 hours (Figure 19).  

1.2.2 Scratch wound assay (migration / invasion) 

Scratch wound assay is a convenient and inexpensive method for the analysis of cell migration in vitro 

(Liang, Park, and Guan, 2007). To study the effect of carnosine on the metastasis of U87 MG, the 

migration and invasion of the cells were assessed over 48 hours course in the same plate in the presence 

of a concentration of mitomycin C known to prevent cell proliferation (10 µg/ mL) without killing the 

cells.  To confirm the independency and the non-toxicity of mitomycin C on carnosine, a series of tests 

were carried out to validate the cell adhesion, viability, and proliferation (McCarroll et al., 2004; 
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Afshordel et al., 2015).  The adherence and viability of the cells were similar with and without using 

mitomycin C and no significant difference was recorded (Figures 20). In addition, no synergism 

appeared between carnosine and mitomycin C against the growth of the cells. That was proved by 

imaging the live cells during their migration which was conducted to monitor the intracellular 

interactions between the mitotic cells and the healthy adjacent cells (Figures 21).  

 

Figure 19. Proliferation of different cell densities per well were monitored on 3 technical triplicates from untreated 

cells passage number (12). The plots show the confluence ratio of U87 MG cells over 48 hours (4000 cell/well is 

the best density). Error bars represent the standard error of the mean (SEM)  

 

Figure 20. (A) The number of the adherent U87 MG cells after 18 hours has no significant difference in 

comparable study on 6 technical replicates of cells with and without adding mitomycin C. (B) The percentage of 

the viable U87 MG cells after 18 hours has no significant difference in comparable study between 6 technical 

replicates of cells with and without adding mitomycin C. Error bars represent the standard error of the mean 

(SEM). 

A B 
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Figure 21. Incucyte® live cell system images analysis for U87 MG cells confluence phase reflect (A) The effect 

of carnosine on the cells was not affected by using mitomycin C (B) the difference between the normal increase 

of proliferation for the cells and the effect of adding mitomycin C to stop the proliferation. Phase confluence 

proves the continuous dividing for control cells. However, the cells with mitomycin C stop splitting and start 

dying naturally after 24 hours. (C) Images of the cells in control sample and with mitomycin C at (1, 24, 48 hours). 

Error bars represent the standard error of the mean (SEM). (Scale bars = 400 ɛm)  
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C 
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1.2.3 Single spheroids development 

Three-dimensional models have been shown to have many advantages over monolayer cell systems. 

Spheroids have attracted attention due to their complex microenvironment and behaviour which mimic 

many of the natural in vivo conditions (Ravi et al., 2015). While single spheroids cannot replace in vivo 

modelsô scientific investigation, they represent a valuable bridge between monolayer cell studies and 

the more complicated structure of in vivo tumours  (Kunz-Schughart, 1999). Spheroid formation has 

shown potential for high-throughput investigations of anti-cancer treatments  (LaBarbera, Reid, and Yoo, 

2012). The current standard methods for spheroid generation include the liquid-overlay  (Carlsson and 

Yuhas, 1984), hanging-drop  (Timmins, Dietmair, and Nielsen, 2004), and shaking methods  (Ivascu and 

Kubbies, 2006; Shi et al., 2018). The limitations of these methods were found in the amount of spheroid 

formation and the relative excessive costs. Some available examples for commercial ultra-low 

attachment 96 or 24 well plates are Corning®, Costar®, Brand® and Kuraray® multiple pore type which 

all have the same basic principle. Other methods such as magnetic levitation  (Haisler et al., 2013), 

NASA Bioreactor  (Hammond and Hammond, 2001), and micro-cages require expensive tools while the 

uniformity of the generated spheroids remains low  (He et al., 2020). Therefore, a method that would 

combine the reproducibility of forming copious quantities of uniform spheroids while keeping the costs 

low is required. Herein, the methodology describes a detailed cost-effective protocol for establishing 

an in vitro 3D single spheroid model which can be used to identify potential new therapeutic approaches. 

The results have shown that the method can be applied to many human and murine cancer cell lines of 

different origins (prostate cancer, TNBC, and GBM). More specifically it was shown that the formation 

of spheroids, i.e., when the cells stop reducing in size and started to grow is cell-type dependent and 

will need to be optimised for each cell line, these can then be utilised for the investigation of targeted 

drugs, antibodies, and immunoconjugates  (Winter et al., 2003). In summary, using a conventional 

glioblastoma cell line such as U87 MG cells must be studied due to its tumour stem cell-like features  

(Pontén and Macintyre, 1968; Qiang et al., 2009; Allen et al., 2016). Herein, a method to generate single 

spheroid was established and used to assess the effect of carnosine, successfully. The anti-tumour 

carnosine di-peptide which was added each other days showed the potential sustained-release therapy 

better than the single dose application on single spheroids of glioblastoma cell line (Winter et al., 2003; 

Tredan et al., 2007; Shi et al., 2018; Habra et al., 2021). 

1.2.3.1 Concise method to generate reproducible single spheroids 

The experimental protocol in chapter 5 was applied to evaluate the homogeneity of growing single-well 

spheroids, and the size distribution was quantified by the Incucyte® spheroids software (Habra et al., 

2021). The cells were seeded in 3 wells (Triplicate 1-3) of a 96-well plate, and an additional well was 

used as control (i.e., no washing referred to as triplicate 4) these were left to grow for seven days to 

form spheroids while being monitored hourly. The mean confluence of the phase area for individual 
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spheroids was calculated using the Incucyte® spheroid software. This setting was then repeated 2 more 

times keeping the same position for all triplicates. 

The results demonstrated that following the protocol single spheroid could be obtained with consistent 

reproducibility for triplicates 1, 2, and 3, while triplicate 4 failed to convert the cells into spheroids. 

Instead, aggregates were formed highlighting the importance of the washing step. The cells in triplicates 

1 to 3 gathered over the first day as detected by a reduction in the number of largest brightfield area 

(Figure 22). Thereafter, unlike the aggregates seen in triplicate 4, the spheroids displayed a regular 

morphology with a uniform spherical geometry and a narrow size deviation. Seeding U87 MG 400 cells 

per well on day 0 was sufficient to convert them into homogeneous spheroids that ranged in diameter 

from 216 ± 9 µm after 1 day to 475 ± 8 µm after 5 days and then 847 ± 11 µm after 7 days. The 

homogeneity of the spheroids was reflected by the small standard deviation ranging from the mean.  

 

Figure 22. Incucyte® live cell system (×4) live spheroids images analysis shows the proliferation curves of the 

confluence ratio of the U87 single spheroid upon using the protocol steps. The blue graph of the control showed 

the inability of the cells to convert the aggregates of cells into a spheroid without using the washing solution. 

Whereas consistent single spheroid formation reproducibility was achieved for the three different wells when the 

protocol was followed. The experiment was repeated on triplicate and the images show the difference between 

the shape of the aggregates and the successful shape of the spheroid, (scale bar = 500 µm). The series of images 

below the graph show the growth of the spheroids from days 1 to 7, (scale bar = 400 µm). 

In addition to washing the wells with anti-adherence solution, another critical factor to consider was the 

type of plate. The use of a 96-well round bottom plate with a hydrophobic surface designed for 

suspension cells (Green code: 83.3925.500, Sarstedt, Nümbrecht, Germany) proved to be a key step, 

which promoted the formation of homogenous spheroids. Single spheroids could not be generated using 

a 96-well round bottom with a standard growth surface for adherent cells (Red code: 83.3925, Sarstedt, 
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Nümbrecht, Germany) despite washing the surface of the wells with the anti-adherence solution. The 

cells adhered to the bottom of the wells forming an incomplete circle after centrifugation (Figure 23, a). 

By centrifugation, the cells are pelleted at the bottom of each well. This ensures equal number of cells 

for the initiation of the formation of a single spheroid (Ivascu and Kubbies, 2006). The most critical 

steps in the protocol were the use of both green code plate and anti-adherence washing solution which 

consists of an amphipathic component to prevent cell adhesion as explained in the experimental chapter 

(Schlenoff, 2014). This method showed cells forming spheroids in every seeded well at various 

locations horizontally and vertically. This monitoring confirmed the consistency and reproducibility of 

producing spheroids in the 96 wells (Figure 23, b). 

 

Figure 23. Incucyte® Live-Cell System show (a) A. The proliferation curves of individual U87 single spheroids 

from individual locations in the 96-well plate (C2, C3, D2, D3). The spheroid area decreased during the first day. 

Then, each spheroid grew over seven days. B. The instant adherence of the cells when the step of washing was 

missed. C. Represent the cells in different wells as referred in well A. The cells were gathered after washing with 

the anti-adherence solution with a 96-well round-bottom standard growth surface for adherent cells (red code). 

(b) The U87 cells in the 96-well plate image turned into spheroids in various horizontal and vertical in the center 

of each seeded well after one day, with a size distribution of 216 Ñ 9 nm for individual spheroids. The figure shows 

that spheroids were not randomly growing in different locations which reflects the reproducibility in all wells. 
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The spheroids obtained were further characterised using the Incucyte® live cell imaging system. The 

3D structure of the spheroids was shown to be achieved uniformly in all seeded wells. The spheroids 

grew consistently for up to 10 days.  

 

Figure 24. Fluorescence cell Imaging (a) Incucyte® live-cell system (4×). Live spheroid images after 10 days. A. 

The confluence of the live U87 MG cells around the spheroid is shown by the phase image to be distributed 

uniformly. B. The localisation of the dead cells in the center of the spheroid is shown by the Cytotox red stain. C. 

The 3D localization of the live cells around the spheroid is shown by the phase with a green channel filter image. 

D. The 3D shape of the dead/live cells in the same spheroid is shown by the overlap of the red and green channels. 

E. The mask of the invasion area. (b) The live green cells stained by CFSE, and the blue nucleus stained by DAPI 

are both shown located on the rim of the spheroid in the confocal images. A & C. The dark shade of the dead cells 

is shown by the 5- and 10-day spheroid images across the center. B & D. The 5- and 10-day spheroid images of 

the proliferating cells across the rim area. 

100 µm 
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The observed morphology confirmed the overall transformation from forming aggregates to generating 

tight single spheroids where the dead cells (stained in red) localised in the centre and the live cells 

proliferated at the rim of the spheroid. The Incucyte® images with a green channel filter showed the live 

cells stained with carboxyfluorescein succinimidyl ester fluorescent dye (CFSE) surrounding the 

Cytotox red colour which was taken up by dead cells at the core of the spheroid (Figure 24, a/ A-D). 

This has the advantage of assessing the mobility of the tumour cells and it enables the monitoring of 

the invasion of the U87 MG cells from the surface of the spheroid. The invasion area was estimated 

after applying an invasion mask and subtracting the area of the dead cells from the whole spheroid 

(Figure 24, a/ E). The confocal microscopic images for the spheroid morphology showed a significant 

increase in growth from day 5 which was confirmed by the viability of the cells at the rim of the spheroid 

(CFSE green live cells and DAPI blue nucleus) (Figure 24/ A-B), and 10- days spheroid images across 

the centre showed the dark shade where the dead cells are located (Figure 24/ C-D).  

1.2.3.2 Cell tightness and interaction analysis of U87 MG spheroids 

To investigate the tightness of the cell packaging in the single spheroid, histological sections were 

examined for spheroids which were grown for 7 days in culture. H&E stain was applied to these 

spheroids after fixation and embedding. The hematoxylin stains cell nuclei a purplish-blue colour, while 

eosin stains the extracellular matrix and cytoplasm pink. Figure 25 shows the H&E stain from the centre 

and the rim cross-section of a spheroid. This visual analysis for the section showed that the cell density 

was high in the core region, whereas the daughter cells gathered around the rim to tighten and increase 

the spheroid size. 

 

Figure 25. Cell tightness and interaction analysis of U87 MG spheroids H&E stain of spheroid cross-sections 

from (A) the core area, and (B) top rim area of 7 days spheroid generated from 400 cells. Scale bar is 250 µm for 

both images. 
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An easy method for mass production of homogeneous and uniform 3D cultures would lead to a highly 

efficient process that minimises both setup time and wasted 3D cultures (Leu et al., 2020). Utilising the 

Incucyte® system and confocal imaging for 3D image analysis enabled the characterisation of the 3D 

cellular matrix of different spheroids. The spheroids were characterised by studying the 3D structures, 

cell viability, and necrosis.  

1.3 Results and discussion 

1.3.1 Applying the carnosine treatment on U87 MG and the mechanisms of effect  

1.3.1.1 Proliferation and cytotoxicity (IC50/ EC50)  

The inhibition in U87 MG cell proliferation was observed upon increasing the added carnosine 

concentration from 0 to 125 mM after 18 hours to these seeded cell cultures. The cells were imaged 

hourly during the 48 hours exposure in complete Opti-MEM culture media. The growth of U87 MG 

cells was relatively inhibited after 8 hours and completely affected after 48 hours when the applied 

carnosine reached ca. 125 mM (Figure 26, A). To confirm that the change of the behaviour was not due 

to cell death by other conditions in these wells, U87 MG cells were first seeded, and their proliferation 

was monitored for 24 hours, before carnosine was added. Figure 26B clearly shows the suppression of 

U87 MG growth within 8 hours after the addition of carnosine, which led to a complete growth 

inhibition and cell death after 2 days. The IC50 was determined after the MTT assay was performed as 

a colorimetric assay for assessing cell metabolic activity. Results were analysed by GraphPad Prism 

software (San Diego, CA, USA). A range of (23.6 to 34.7 mM) carnosine with a confidence level of 

95% and a regression value of R2 = 0.8195 was found (Figure 26, C). The effect of carnosine on U87 

MG proliferation was clearly observed using phase contrast images of the cells with and without 

carnosine over 2 days (Figure 26, D). 

 



Chapter 3: In-vitro studies 

74 
 

 

Figure 26. Incucyte® live cell system (×10) Live cell images analysis shows (A) proliferation curves of the 

confluence ratio of U87 MG cells upon carnosine exposure over 48 hours. Cells were treated with different 

concentrations between 0 and 125 mM. (B) To prove the same effect of carnosine on cell proliferation, a 

supportive study was applied with delayed carnosine addition until 24 hours for 0, 100 and 125 mM. In both cases 

(A, B), the treatment effect started after 8 hours. An MTT cell viability assay was conducted on the U87 MG cell 

line with different carnosine concentrations. (C) The UV absorbance at different concentrations refers to (IC50 = 

28.62 mM) and (IC90 = 79.43 mM). Error bars represent SEM. The test was applied on the same six samples at 

the end point of the proliferation study. (D) The images of the critical carnosine concentrations are shown. Each 

image was displayed as the phase of U87 MG cells upon carnosine exposure over 1 and 2 days. Error bars represent 

the standard error of the mean (SEM). (Scale bars are 400ɛm) 
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Figure 27. Incucyte® live cell system (×10) images show proliferation of U87 MG cells upon carnosine exposure 

after 24 hours. Cells were compared with and without treatment of 100 mM carnosine concentration in the 

presence of CytoLight Rapid Dye for live-cell green labelling dye (200 nM) which crosses live cells membrane 

and emit green fluorescence. Each photo was displayed as phase and green channel without mask. A decrease in 

cells population appeared after 24 hours. However, the cells with no morphology change are the daughters who 

stay alive. (Scale bars are 400 µm) 

To study the dead and live cells performance due to the carnosine treatment, the live cells were 

monitored by using the Incucyte® after applying the CytoLight Rapid green dye (Figure 27), while 

Incucyte® Cytotox red reagent was used for real-time quantification of cell death. The number of live 

cells was shown to decrease while the number of dying cells increased in a dose-dependent manner. 

The analysis of the phase images enabled the real-time evaluation of cell membrane integrity and cell 

death in response to carnosine exposure after 24 and 48 hours (Figure 28).  

The half maximal effective concentration curve was defined (EC50 = 28.2 mM). The red fluorescent 

areas with blue masks were quantified for different carnosine treatments using IncuCyte® standard 

analysis software. This was integrated with the previous proliferation test at (IC50 = 34 mM) (Figure 

29). The plots representing live and dead cells initially showed no effect, followed by a cytostatic phase 

starting from 30 mM carnosine. However, the cell cytotoxicity could be seen to start immediately after 

the integration point. The mechanism of cell death is the effect of carnosine on the functionality of 

mitochondria, which lose the metabolic capability to develop the purple colour in the MTT assay and 

allow the red dye to penetrate.  
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Figure 28. Incucyte® live cell system (×10) images show cytotoxicity on U87 MG cells upon carnosine exposure 

after 24 and 48 hours. Cells were treated with different carnosine concentrations in the presence of Cytotox Red 

dye (250 nM), which enters dead cells after losing the membrane and binds to the DNA to emit red fluorescence. 

Each photo was displayed as a phase and as a red channel with a blue mask. (Scale bars are 400ɛm) 
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Figure 29. Incucyte® live cell system (×10) live cell images analysis shows IC50/EC50 curves of the inhibition 

of cellsô proliferation and the efficiency of carnosine in killing the tumour cells. Upon carnosine exposure at 

different concentrations (0, 50, 100, 125 mM) over 48 hours, IC50 is indicated by the confluence phase ratio, 

while EC50 is the ratio of the Cytotox Red dye that enters dead cells. The carnosine effect has three phases: No 

effect plateau, Cytostatic around EC50, and Cytotoxic. 

1.3.1.2 Cell migration and invasion 

In vitro migration was studied by creating a wound in a U87 MG cell monolayer, then capturing the 

images at regular intervals during the closure of the wound due to the migration of the cells. By 

comparing the images of the same cells in media alone, it was possible to quantify the migration rate of 

the cells, which reflected the effect of the treatment on cell mobility (Liang, Park, and Guan, 2007). 

Also, the invasion assay was studied by embedding a monolayer of U87 MG tumour cells inside a 

biomatrix to monitor the speed at which the cells invade through the matrix to the neighbour cells 

(Figure 30) (Brekhman and Neufeld, 2009). The quantification of phase images assessed cell 

morphology at every time point. After proliferation was suppressed by mitomycin C, migration was 

reduced after 24 hours but not abolished by carnosine (p < 0.2 from 100 mM, 6 experimental replicates). 

Such as proliferation, the migration of the cells decreased following the addition of carnosine. In a time-

dependent manner, both effects were seen to increase after 24 hours, with a potential effective decrease 

in the concentration of intracellular ATP as detected by (Renner et al., 2008) starting from adding a 

moderate concentrated of carnosine. Over the second day, the wound density showed a plateau because 

mitomycin C formed covalent cross-links between complementary strands of DNA, thereby no new 

cells were available for replication or migration (Figures 31, 32 and 33) (Ueda and Komano, 1984; 

Tomasz, 1995).  



Chapter 3: In-vitro studies 

78 
 

 

Figure 30. (A) The matrix of relative wound density for 6 samples of each concentration (0, 50, 100, 150 µM 

respectively) over 2 days. (B) The effect of different carnosine concentrations added on U87 MG cells after 18 

hours of adherence when the scratch was applied. The scratch wound starts healing by proliferation and migration. 

Cells were imaged in 96 well plate while growing in media with different carnosine treatments using Incucyte® 

live cell imaging system to take two snaps per well each hour over 2 days. The phase confluence was analysed by 

the standard Incucyte® software, and the relative wound density was analysed by the integrated Incucyte® wound 

scratch software and plotted against elapsed time in hours. 0 hour indicates the cell density half hour after placing 

the plate in the Incucyte®. All cellsô variations in growth arised after approximately 8 hours. The supportive 

movies of cell migration are available in the supplementary movies. (C) The statistical analysis of the normalised 

wound density shows that the significant effect starts between 50 and 100 mM of carnosine on cell density 103 

per well. The statistical analysis shows a significant effect caused by carnosine (50 mM) at a cell density of 103 

per well.  The statistical significance level and indicated with (*) for p < 0.05, and (****) for p < 0.0001. 
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Figure 31. Phase images with mask shows the effect of different carnosine concentrations on U87 MG cells 

wound healing by proliferation and migration. Cells were imaged in 96 well plate while growing in media with 

different carnosine treatments using Incucyte® live cell imaging system each 12 hours for 2 days.  
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Figure 32. Effect of carnosine concentration on U87 MG cellsô wound healing by migration after ceasing their 

proliferation with mitomycin C. The software able to quantify the space that was generated by the wound. Cells 

were imaged in a 96 well plate while growing in media with different carnosine treatments using the Incucyte® 

live cell imaging system to take two snaps per well each hour, (A) during the first day, when the relative wound 

density was analysed by the integrated Incucyte® wound scratch software and plotted against the elapsed time in 

hours. After 18 hours of adherence, the scratch was applied, then mitomycin C (10 µg/ mL). was added after an 

hour. The carnosine treatment was applied at different concentrations and the plate was placed inside the Incucyte® 

device to start the 0-hour image after about half an hour. All variations in cell growth were initiated after about 4 

hours. (B) The statistical analysis of the normalised wound density shows a slight increase in cell mobility caused 

by carnosine at a cell density of 103 per well. Error bars represent the standard error of the mean (SEM). 
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Figure 33. Effect of carnosine concentration on U87 MG cellsô wound healing by invasion over 48 hours. (A) 

The same criteria as migration were applied to quantitatively address the effect of carnosine. (B) The statistical 

analysis of the normalised wound density shows a significant effect caused by carnosine (50 mM) at a cell density 

of 103 per well.  The statistical significance level and indicated with (*) for p < 0.05, and (****) for p < 0.0001. 

Carnosine affects the migration and metastasis by suppressing the cellsô mobility regardless of the effect 

of proliferation (McCarroll et al., 2004). The effects of the cell matrix and interactions in cell invasion 

mimic the cells during wound healing in vivo. Carnosine affects the invasions and metastases 

significantly when the concentration exceeds 50 mM (Figure 33).  

The data of migration and invasion were used as indicators to recalculate the IC50/ EC50 of carnosine. 

The IC50 was determined by the relative wound density ratio, and the EC50 was determined using the 

width of the wound. The IC50/ EC50 are ca. 100 mM at a density of 103cell/well (Figure 43). These 

values corroborated the results which were found from previous live/dead cell curves (Figure 30).  
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Figure 34. Incucyte® live cell system (×10) live cell images analysis shows IC50/EC50 curves of the inhibition 

of cellsô proliferation and the efficiency of carnosine in killing the tumour cells. Upon carnosine exposure at 

different concentrations (0, 50, 100, 125 mM) over 48 hours, the IC50 is indicated by the relative wound density, 

while the EC50 is the wound width. The images and videos of scratch wound healing by cell migration are 

available in the Supplementary Materials. 

1.3.2 Safety studies for applying BPEI-coated IONRs on U87 MG 

1.3.2.1 The differentiation of malignant U87 MG cell line 

The comparison between the morphology of differentiated and undifferentiated control U87 MG cells 

is essential to investigate the effect of the application of BPEI-coated IONRs on both healthy and mitotic 

cells. The cells were grown in a serum-free medium supplemented with dibutyryl cyclic adenosine 

monophosphate (dbcAMP; 0.3 mM) and B27 Supplement (1% v/v). Following the differentiation, a 

fluorescent green dye CFSE was added to show the cell proliferation after 48 hours and 7 days (Figures 

35 and 36). Also, DAPI was used for the blue nucleic colouring, and red mouse antibody marker glial 

fibrillary acidic protein (GFAP) dye was applied to stain the differentiated cells (Figure 37) (Gomes, 

Paulin and Moura Neto, 1999; Chemmarappally et al., 2020). If more investigation is needed, using a 

cholinergic antibody marker will give a clearer specific colouring for the differentiated cells (Liu et al., 

2019).  
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Figure 35. Microscopic images show the difference of the cell morphology after the differentiation treatment. A. 

after 48 hours and B. after 7 days. The differentiated cells are more elongated than the mitotic cells. The scale bar 

is 50 µM. 

 

Figure 36. Microscopic images (EVOS) show the live U87 MG tumour cells coloured in fluorescent green after 

the treatment to differentiate them for 48 hours and a week. (Scale bars are 150 µM) 
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Figure 37. Microscopic images (Leica) with magnification x20 show the U87 MG tumour cells nucleus coloured 

in blue DAPI after the treatment to differentiate them for 48 hours and a week. The red antibody maker for the 

differentiated cells appeared in the sample of the 7 days. (Scale bars are 150 µM) 

1.3.2.2 The cell cycle of the differentiated and malignant U87 MG cell line 

To confirm the successful differentiation, the life cycle of the cells before and after differentiation was 

compared. After the differentiation of the U87 MG cells, samples with high density were prepared and 

the flow cytometer cell cycle test was applied on three independent passages (Pozarowski and 

Darzynkiewicz, 2004). The test was performed 48 hours after adding the differentiation treatment to the 

malignant U87 MG cell. After staining the cells with propidium iodide (PI), the fluorescence was 

measured. The estimated percentage for the cells in the G1, S, and G2 phases of the cell cycle. The 

mitotic cells were faster in moving from G1 to the next phases which makes the intensity of the S and 

G2 stages significantly higher than the differentiated cells (Figure 38).  
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Figure 38. Flow cytometer peaks of life cycle for the mitotic (control) and differentiated U87 MG cell line. The 

peaks showed the difference between both types in all stages G1, S, and G2. Significant differences were 

evidenced in G1 and S stages. The test was performed on biological triplicate and Error bars represent the standard 

error of mean (SEM). 

1.3.2.3 The effect of BPEI-coated IONRs on mitotic vs. differentiated U87 MG cells 

1.3.2.3.1 BPEI-coated IONRs accumulation (ICP), cell cytotoxicity assays of lactate dehydrogenase 

(LDH) and MTT  

U87 MG cells were grown in a serum-free medium supplemented with dibutyryl cyclic adenosine 

monophosphate (dbcAMP; 0.3 mM) and B27 Supplement (1% v/v). After the successful optimisation 

of the U87 MG differentiation, comparison studies for the cytotoxicity/ proliferation between the 

mitotic and differentiated cells were essential by applying the ICP-MS analysis, LDH test, and MTT 

assay in the same conditions (Au et al., 2007; Valdiglesias et al., 2016). The ICP test showed similar 

leftovers from the applied IONRs on the cells with and without differentiation after the same time 
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exposure and conditions. No significant difference was detected between both types of cells (Figure 39). 

The LDH test and the MTT assay on 3 passages showed a similar effect for each concentration of 

IONRs (5, 7.5, and 10 ɛg/mL) (Figures 40 and 41). The effect of BPEI-coated IONRs is nonselective, 

and the IONRs showed less effect on the metabolism of the differentiated U87 MG cells 

(Chemmarappally et al., 2020). However, it was not a significant difference because the astrocytes 

harbour protective mechanisms including neurotrophic factors and anti-oxidative stress molecules (Pla, 

Pascual, and Guerri, 2016; Hass and Barnstable, 2016). 

 

Figure 39. (A) ICP-MS test was applied after finishing the MTT test (48 hours). Measuring the iron concentration 

showed similar percentage of BPEI coated IONRs left in the wells of both mitotic and differentiated U87 MG.  

 

Figure 40. LDH test on U87 MG cell line with various concentrations of BPEI coated IONRs after 48 hours. No 

significant difference was observed after applying IONRs (5, 7.5 and 10 ɛg/mL) in individual triplicate. Error 

bars represent the standard error of mean (SEM). 
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Figure 41. MTT cell viability assay on U87 MG cell line (A. mitotic vs. B. differentiated) with various 

concentrations of BPEI coated IONRs after 48 hours. No significant difference was observed in individual 

triplicate. Error bars represent the standard error of mean (SEM). 

1.3.2.4 Safety margin of BPEI-coated IONRs in malignant U87 MG cells (MTT) 

The quantitative MTT assay data shows that the viability of cells treated with BPEI-coated IONRs at 

concentrations of (0 to 10 ɛg/mL) did not display a significant statistical difference in one passage. 

However, two other passages showed cytotoxicity caused by IONRs at a concentration of 10 ɛg/mL. 

Hence, the surface modifications, which occur via positive charge (+19.14 mV) at pH 7, are safe to be 

applied on U87 MG cells using BPEI-coated IONRs concentrations of less than 10 ɛg/mL for an 

exposure period of 48 hours (Figure 42).  
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Figure 42. MTT cell viability assay on U87 MG cell line (passages 14, 15, and 16) with varying concentrations 

of BPEI-coated IONRs after 48 hours. No significant difference in the normalised UV absorbance was observed 

in individual triplicate. Error bars represent the standard error of the mean (SEM). The statistical significance 

level and indicated with (*) for p < 0.05.  

1.3.3 The effect of (IONRs/carnosine) combination and mild hyperthermia application 

on the controlled release of carnosine 

Using dialysis tubing to model the release of free carnosine, figure 43 predicts that water entered via 

osmosis, and the carnosine left the tubing via diffusion. The IONRsô BPEI coated size prevented them 

from having permeability through the membrane. Increasing the temperature to 40 ęC accelerated the 

complete release of carnosine after 2 hours. The BPEI-coated IONRs partially retained the carnosine at 

37 ęC. Free carnosine had a linear trend of release, which might have extended until 8 hours, thus 

delaying the effect of the treatment, as mentioned in the proliferation study. Using the carnosine-loaded 

BPEI-coated IONRs may offer the advantage of a more quickly controlled treatment relative to the 

traditional application of carnosine. By comparing the results from the LC-MS, it was seen that the 

carnosine structure was not affected by mild hyperthermia. All samples and standards showed identical 

peaks, which appeared due to the release of carnosine without any impurities or structural modification 

(Figure 43). 
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Figure 43. LC-MS assay for the released carnosine from dialysis membranes containing carnosine free or loaded 

BPEI-coated IONRs, under different conditions, at temperatures of 37ęC and 40ęC. Free carnosine had a linear 

trend of the release percentage while the release ratio of carnosine from the BPEI-coated IONRs embedded 

carnosine was enhanced exponentially in all conditions. Mild hyperthermia allowed the carnosine to be fully 

released after 3 to 5 hours. 

In all plates, the controls of seeded cells, alone or with carnosine, showed no significant changes in 

terms of live cells, which proves the lack of an effect caused by mild hyperthermia conditions (40ęC, 

5% CO2) on cell growth. In the samples of bonded IONR nano-carrier with 25 mM carnosine, the 

normal incubation in (37ęC, 5% CO2) showed that the effect of carnosine was hindered because the 

polymer is attached to the BPEI-coated IONRs. However, applying heat of 40ęC for 3 hours initiated 

the release of carnosine. A maximum of 5 hours of mild hyperthermia could de-attach the carnosine 

inside the cells, which was reflected in the treatment result after the completion of 48 hours in normal 

incubation (Figure 44A). When the samples contained carnosine that was already mixed with the media, 

the added BPEI-coated IONRs had no influence on the regular effect of carnosine, in all conditions. 

The BPEI-coated IONRsô existence in the same vicinity of carnosine in vitro did not mask the treatment 

because the carnosine stayed free (Figure 44B). 

The presented results show that cationic BPEI-coated IONRs are promising in terms of their 

intracellular delivery into brain tumour cells, which is like that of colon cancer cells (Pla, Pascual, and 

Guerri, 2016). The fast uptake and localisation of BPEI-coated IONRs in the nucleus were used in drug 

delivery for GBM gene therapy or in the ca. 20-fold enhancement of the cell entry of hydrophobic drugs 

(Arachchige et al., 2017; Wang et al., 2018). Adding the mild hyperthermia treatment gives the 

advantage of controlled released carnosine from the IONRs to the mitochondria. Thus, the presence of 

a safe amount of heated iron oxide in the same vicinity as the encapsulated drug could lead to long-term 
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GBM therapy and improve the safety profile of the astrocytesô viability without alterations in blood-

brain barrier permeability (Au et al., 2007). 

 

Figure 44. MTT assay on U87 MG cell line with same carnosine concentration 25 mM for all plates and different 

concentrations of BPEI-coated IONRs (A) carnosine loaded BPEI-coated IONRs and mixed for 5 min with the 

media (B) BPEI-coated IONRs added to the soluble carnosine in the media. In both cases, mild hyperthermia was 

applied by changing the temperature of separate the incubator. Comparing the controls shows the inefficiency of 

mild hyperthermia in killing cells because of the insignificant difference between the controls in all plates. The 

heat released the carnosine from the BPEI-coated IONRs after 3 to 5 h when it was bonded, while the effect was 

equal, without any significant difference, when the nanorods existed in the same vicinity. Each treatment was 

repeated on 6 samples, then the T test was applied to address the significant changes. (C) Comparison of the 

repeatability of all controls from (A, B). (Abs = absorbance at 570 nm). The statistical significance level and 

indicated with (*) for p < 0.05, (**) for p < 0.01. 
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1.3.4 Sustained released carnosine application in single spheroids 

1.3.4.1 The effect of the sustained treatment of carnosine on U87 MG single spheroids 

The efficacy of carnosine was applied at different concentrations (0, 50, 100, 150 mM) to U87 MG cells 

grown as single spheroids, on days 1, 3, and 5 to mimic sustained-release therapy. The change in 

morphology of the single spheroids after day 3 proved the effect of carnosine in suppressing the 

proliferation of these spheroids. From the series of carnosine concentrations, the critical amount to 

hinder the spheroid growth was found to be over 100 mM (Figure 45). 

 

Figure 45. Incucyte® live cell system (×4) live spheroids images show the comparison between the morphology 

and size of single spheroids on day one and day seven after applying different doses of carnosine treatment. The 

mimicked sustained release of carnosine concentration Ó 100 mM affected spheroid growth and tightness, and a 

significant difference was reported in phase exposure. The statistical significance level of phase exposure time of 

the spheroids on day seven was indicated with (*) for p < 0.05, (**) for p < 0.01. (n=3) Error bars represent the 

standard error of the mean (SEM).   

The concentration of carnosine required to affect the viability of U87 MG was found to be around 30 

mM in a previous investigation that utilised a monolayer 2D model (Habra et al., 2022). The same 

results were obtained in Figure 46 at 22 hours when EC50 was calculated before the complete of 

forming spheroid. Comparing drug sensitivity in 2D and 3D cultures was feasible daily by measuring 

EC50 using the change of spheroids phase exposure. The increment of EC50 on day 2 to 155 mM was 

an important indicator to add the second carnosine dose on day 3. The EC50 was stable at around 100 

mM between days 3 and 7 which confirmed the suitability of the dose frequency (Figure 46). 

*  
*
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Figure 46. Incucyte® live cell system (×4) live spheroids images converted to graphs which show the potential of 

using the protocol to obtain EC50 of carnosine on multiple points for drug delivery study and in vitro sustained 

release profile. The EC50 of carnosine on monolayer cells was calculated for seven days. 
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The penetration and binding of compounds into spheroids have been shown to be a promising predictor 

of compound uptake in thick tissues (Hjelstuen et al., 2009). The formed tumour spheroids of U87 MG 

reflected the effect concentration EC50 by using carnosine as a treatment (Habra et al., 2022). By 

utilising different concentrations (0, 50, 100, 150 mM) of carnosine in a sustained release designed 

experiment, the inhibition of the single spheroidsô growth was significant compared to untreated 

spheroids (Habra et al., 2021).  

1.3.4.2 Obtaining single spheroids from various cell lines 

The applicability and reproducibility of the method in chapter 5 paragraph 1.16 were demonstrated 

using different cell lines from various cancer types (originating from either humans or mice) (Figure 

47). Generating single spheroids from seven different murine and human tumour cell lines showed the 

potential of this method for generating spheroids from various cancer types (brain, prostate, and breast) 

starting with the same cell density per well. The size of the spheroids can be adjusted by seeding 

different cell numbers and manipulating the time of incubation according to the personalised experiment 

design. One should however keep in mind that the core region consisting of a necrotic area will also 

increase with the spheroid size and therefore experiments aiming to assess treatment efficacy will have 

to be carefully planned (Carlsson et al., 1983). For U87 MG cell line, the presence of dead cells in the 

spheroid centre was due to hypoxia (Kolenda et al., 2011). Tumour hypoxia has been attributed to 

tumorigenesis and therapeutic resistance by maintaining the undifferentiated state of tumour stem cells. 

Thereby, therapeutic strategies should take oxygen tension into account (Kolenda et al., 2011). The loss 

of green CFSE fluorescent signal throughout the z depth of spheroids exhibited a reproducible 

exponential decay function (Leary et al., 2018). Monitoring the changes in the content of live, dead, 

and apoptotic cells enables observation of the consequences of compound exposure on the spheroid 

(Sirenko et al., 2016). The H&E staining of the middle cross-section of the spheroid encompassed the 

complete tight structures from core to rim. The rim of the spheroid consisted of even layers of packed 

cells toward the centre despite the death of the cells which formed a necrotic core region (Bull et al., 

2020). During spheroid formation, a small proportion of cells did not integrate into the sphere and lost 

cell-cell adhesion properties. The reason for this separation is gravity-sedimentation (Stadler et al., 

2018). After the optimisation towards mimicking various stages of avascular tumour regions, the 

resulting single spheroids can easily be transferred to any plate or cell culture vessel due to the ease of 

mechanical access for further investigation or analysis. Cell viability assays such as the MTT, trypan 

blue exclusion, and LDH release assays can be used for in vitro therapeutic screening in spheroids 

(Daunys et al., 2021). Consistent culture conditions need to be kept during the spheroid growth as this 

otherwise might affect proliferation significantly by altering the expression of tight junction molecules, 

which establish a delay in the initial shrinking of the spheroid size (Ivascu and Kubbies, 2006). On 

average the spheroids reach a stable symmetrical size after 24 to 48 hours post-seeding. However, some 

cell lines require a longer time such as the DU145 cells which needed around 5 days to produce firm 
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spheroids. The observed diameter was ca. 200 nm at which the spheroids started to show a necrotic core 

and a proliferative outer layer. In the future, adding cells of the tumour microenvironment to develop 

multicellular 3D cultures will make the models more representative of the in vivo tumour situation 

(Zraikat and Alshelleh, 2020). This protocol could also be tested on essential tumour stem cells such as 

SJ-1 (Kolenda et al., 2011). 

 

Figure 47. Incucyte® live cell system (×4) live spheroids images show the potential of using the protocol in 

chapter 5 paragraph 1.16 to obtain single spheroids from various cell lines. 
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1.4 Conclusions   

1.4.1 The controlled sustained release of carnosine using mild hyperthermia 

To realise the full oncological potential of carnosine, the dipeptide was embedded within a novel nano 

rod-shape superparamagnetic iron oxide of about 80 nm capped with a branched polyethyleneimine. 

After the safety studies, the IONRs were used as carriers loaded with carnosine. The application of the 

combination with carnosine was found to stimulate the full release of carnosine from the vector 

following the use of only mild hyperthermia conditions of 40ęC. The outcome results from the effect of 

(IONRs/carnosine) combination and mild hyperthermia application facilitated an achievable application 

of slow controlled sustained release treatment of glioblastoma brain tumours that demonstrates potential 

to inhibit the post-surgery metastasis with MRI monitoring. 

1.4.2 The mechanisms of carnosine effect on Glioblastoma U87 MG cancer cells 

Glioblastoma is the most aggressive form of all brain cancers, with a prognosis of only 15 months after 

diagnosis (Kromer et al., 2017). Unfortunately, despite the surgeonôs bests efforts, the complete removal 

of the tumours cannot be achieved by surgery alone due to the complex finger-like structure of the 

tumour. Also, these tumours are highly resistant to current radiation and chemotherapy treatments 

(Stupp et al., 2005). The results have demonstrated that carnosine lowers the growth and mobility rate 

in the Glioblastoma U87 MG cancer cells. However, there is a necessity for a suitable sustained drug 

delivery system to be implanted into the post-surgical cavity and be used as a complementary treatment 

with imaging advantage to improve the prognosis of this devastating disease. 

1.4.3 In vitr o investigations for sustained released carnosine using 3D model 

Monolayer cultured tumour cells exhibit less resistance to therapeutic interventions than in vivo cells 

(Ravi et al., 2015). Developing a 3D model that more resembles solid tumours is important, especially 

when trying to bridge the gap between in vitro and in vivo tumour models. The use of 3D models is 

nowadays largely used, and the commonly used protocols were followed by significant updates. The 

protocol described here demonstrated reproducible findings in generating single spheroids using a 

simple cost-effective method that other researchers and different laboratories can benefit from. Uniform 

single spheroids without any additives were consistently obtained. The spheroids exhibited the typical 

characteristic morphology consisting of a proliferating rim and a necrotic core. The 3D model was used 

to assess drugs EC50 as was highlighted using sustained released carnosine treatment. Preliminary 

optimisation for different cell lines of single spheroids is proposed to provide the research workers with 

an easily accessible and average 20-fold cheaper method than the ultra-low adherent plates calculated 

based on the current prices of the purchased items from the market. In the future, the reported data needs 

to be further studied to find the validity of patient-derived tumour cells.
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Chapter 4: Micro vectors for drug delivery 

1.1 Overview 

Despite the advantages of the synthesised BPEI-coated IONRs shown in chapter 2, the formulation has 

a limitation. The high buffering capacity of carnosine helps keep the pH around its physiological value. 

However, the pH in the alkaline spectrum enhances the sedimentation of the BPEI-coated IONRs due 

to the neutralisation of the surface charge. When the zeta potential is reduced to zero, the repulsion 

forces among the particles disappear dramatically (Edwards and Williams, 2004). Thus, the amount of 

functionalised material should be carefully studied, and the optimum amount should not affect the 

stability of BPEI-coated IONRs. 

Drug delivery research has led to many types of suitable carriers for molecules, which can also have 

the advantage of tuning the release (Nance et al., 2021). For example, liposomes are safe candidates for 

use as biocompatible vehicles for carnosine. This is because their core is a hydrophilic solution within 

a lipid shell that can be modified to target hard-to-treat glioblastoma tumours via the nasal route (Hong 

et al., 2019). Loading carnosine inside polymer beads, such as spherical cages, can also be designed to 

control the release of carnosine. By incorporating the synthesised BPEI-coated IONRs into 

neighbouring beads, they leach out of the beads and break the polymer shell by rotating. Mechanical 

spinning movement can be induced from a distance by applying a rotating magnetic field. Thereafter, 

pulses of carnosine are released to provide a healing effect (Habra et al., 2022). Both previous vectors 

were investigated in formulations with cytotoxicity, stability, and release investigations.  

1.2 Liposome vesicles for drug delivery and sustained release treatment 

Most therapeutic compounds have limited entry into the brain due to the restrictions of the BBB for the 

accessibility of small molecules from the systemic circulation (Pardridge, 2007). Nanoparticle 

formulations are delivery carriers of the central nervous system (CNS). Liposomes have attracted 

clinical development, particularly for intranasal applications (Nance et al., 2021). Over the last few 

years, the effectiveness of hydrophilic liposomes has been reported to enhance nose-to-brain drug 

delivery (Hong et al., 2019). Optimising studies for the formulation of liposomes is therefore essential 

to deliver the active material and surface modifiers into the phospholipid shell of the liposome which 

also plays a vital role. Further stability studies, drug release, and bioavailability were considered due to 

the immediate impact of the integrated functionalised materials, such as surfactants (Illum et al., 2002), 

or many more, including the formulations that develop cationic aggregates in intranasal physiological 

conditions (Nakamura et al., 2017). Validated tests should be applied in vitro and ex vivo to facilitate 

safe formulations for brain treatment. Solid evidence of the predominant contribution of drug-loaded 

liposomes should be shown in chemical and mechanistic studies. Strategies for distinguishing 
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opportunities in the nose-to-brain direct transport of drugs may be the futuristic solution to treating 

brain-related diseases (Bozzuto and Molinari, 2015; Hong et al., 2019). The liposomes in this project 

belong to micro-sized drug delivery vectors with diameter of 300 nm. 

1.2.1 Applications of direct nose-to-brain therapy 

The olfactory system has attracted the attention of applying therapies to spread the treatment directly in 

the brain. It consists of the olfactory epithelium, where the drug is transported through the cribriform 

plate to reach the olfactory bulb (OB) (diagram 1).  

 

Diagram 1: The structure of the rat nasal passages and the proposed treatment pathway. The formulation contacts 

the olfactory epithelium, which contains dendritic processes from olfactory receptor neurons. The axonal 

projections extend through channels in the cribriform plate and into the glomerular layer of the olfactory bulb. 

Zoom box: liposomes (purple dots) crossing the cribriform plate to gain access to neuron bundles in the olfactory 

bulb (Boyles et al., 2021). 

Many diseases have been managed in clinic using intranasal applications for insulin-like growth factor 

1, such as brain stroke, neurodegeneration and Alzheimerôs cases (Gomez et al., 2012; Salameh et al., 

2015; Kalviainen, 2015; Jiang, Li and Liu, 2015). Moreover, gene therapeutics are delivered without 

having the side effect of spreading the molecules through physiological fluids (Born et al., 2002; Li et 

al., 2015; Aly and Waszczak, 2015). Despite the advantages of nose-to-brain transport, the intracranial 

application has received more attention in modality (Serwer and James, 2012; Peterson et al., 2014). 

The significant direct effect of antineoplastic agents through olfactory bulbs has been proven in a few 

in vivo applications for chemotherapy (Wang, Gao, and Yun, 2005; Sakane et al., 2009; Shingaki et al., 

2009; Shingaki et al., 2010). For example, a comparison study administered methotrexate 

intraperitoneally and intranasally to rats with 9L glioma cell brain tumours. After 10 days of treatment, 

tumour weight from treated rats was 20% lighter than untreated rats. However, the intranasal route 
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resulted in an 80% reduction in tumour burden, which proved the effective cross of methotrexate 

through the BBB (Blakeley et al., 2008; Shingaki et al., 2010). In the context of extending survival, 

blocking the telomerase function by daily intranasal application for a phosphonamidite-based 

oligonucleotide was reported in a successful study. Rats with U251 glioblastoma cells implanted in their 

brains had two times longer survival rates than the control (Hashizume et al., 2008). The treatment of 

the brain implanted with C6 glioma cells by using camptothecin as a chemotherapeutic inhibitor was 

attempted in another study. Camptothecin was loaded inside nano-sized micelles and integrated with a 

cell-penetrating peptide (Tat analogue) on the surface. The importance of modification strategies was 

demonstrated in the results because they increased the efficiency of drug uptake at a high concentration 

of 2 mM/mL without cytotoxic side effects (Taki et al., 2012; Djupesland, 2013). The work in this 

project aims to load carnosine at a high concentration (300ï400 mM) inside stable liposomes with a 

negative surface charge. The liposomes should reserve the carnosine to release it over time as an 

extended treatment to eliminate any left malignant cells after surgery without affecting the brain. 

1.2.2 Advantages of current intranasal application methods 

Bypassing the BBB is a route from the blood vessels of the olfactory and trigeminal nerves to the 

parenchyma via perivascular convection. It has been shown to be effective for targeting the central 

nervous system (CNS) non-invasively using various active materials, including insulin with rapid 

efficiency after intranasal administration (Lochhead and Thorne, 2012; Thorne et al., 2004; Miller et 

al., 2008; Frey, 2013; Appu et al., 2016). Aerosol propellants have been employed in some studies to 

the olfactory epithelium or the pipette to the sinus cavity concerning positioning the animals upright or 

supine for high drug uptake (Apostolatos et al., 2012; Xiao et al., 2013). The advantage of the self-

administrative technique is that no skill is needed for the application except for small volumes, when 

accuracy and consistency become challenging. A drastic drop in therapeutic drug delivery with a small 

volume was reported in these cases. This happened because of the drainage of the applied treatment to 

the oesophagus (Landis, Boyden, and Pegg, 2012).  

The transition of fluids to the brain was not facilitated by traditional applications using a pipette. The 

therapy should be delivered to reach the upper and posterior areas of nasal cavities where cranial nerves 

are found (Guastella et al., 2013). Thus, despite the downsides of the intranasal route because of the 

difficulties during in vivo application, it is still the most promising route for bypassing the BBB 

(Lochhead and Thorne, 2012). One of the recommended devices for intranasal treatment is precision 

olfactory delivery (POD, Impel NeuroPharma), which was used to deliver tritium-labelled pralidoxime. 

The device demonstrated the feasibility of intranasally applying the oximes for neuroprotection against 

organophosphate threat agents, regardless of the weight or age of the animal (Krishnan et al., 2016; 

Krishnan et al., 2017).  
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1.2.3 Improvements in liposomes of previous biomedical applications  

As shown in Figure 2, liposomes are lipid vesicles prepared to be employed as vectors for biomedical 

purposes which used to be characterised as closed shells consisting of mono- or multi-phospholipid 

bilayer lamellae surrounding a small volume of aqueous liquid. Carugo et al. reviewed many protocols 

and produced diverse options for nano- to micro- liposomes for different final uses. Their medical 

preparations were unilamellar liposomes with an average diameter of around 100 nm. The assembly 

was driven by the spatial organisation of the amphiphilic molecules towards the core to minimise 

interactions entropically with the surrounding aqueous phase. Hundreds of biologically hydrophobic 

active compounds were integrated within these carriers. Water-soluble materials are intercalated in the 

lipid bilayer to be entrapped inside the aqueous interior compartment (Carugo et al., 2016).  

The inherited preparation process usually includes lipid film hydration, forming large unilamellar 

vesicles by freezing and thawing and then applying extrusion through polycarbonate filters to obtain 

single bilayer vesicles with size-exclusion purification and drug active loading encapsulation (Allen 

and Cullis, 2013). Over the decades, a batch of liposomes has been generated by developed techniques 

relying on either mechanical manipulation of the dispersed bilayers or the aggregation of the lipids 

(Akbarzadeh et al., 2013). Lately, modern microfluidic approaches control the physical properties of 

liposome efficiently within the microenvironment. Therefore, the microfluidic technique will be 

explained in this chapter, along with its advantages and downsides. The current focus is on addressing 

experimental evidence for reliability before scaling up liposome production to an industrial batch size.  

Herein, forming the liposomes included adding the cholesterol with the lipid as a stabiliser to control 

the time of blood circulation and accumulation. Critical physicochemical studies were applied to 

characterise the liposome size distribution, zeta potential for surface charge, encapsulation efficiency, 

stability and biosafety. Afterwards, the designed formulation should be tested by comparing the effect 

of free and loaded drugs in the preclinical stage on the animal model (Chang and Yeh, 2012). The 

reported results in the field included comprehension identification studies. Additionally, a comparison 

between the control of blank liposomes and the carnosine-loaded liposomes over a sustained release 

time was provided. However, a scaled-up study of the liposomal formulation is still needed. 

1.2.4 Current techniques for liposome preparation 

Many microfluidic approaches have been investigated, such as pulsed jetting (Stachowiak et al., 2008), 

double emulsification (Chu et al., 2007), transient ejection (Pautot, Frisken, and Weitz, 2003), droplet 

emulsification (Ota, Yoshizawa, and Takeuchi, 2009), hydrodynamic flow focusing (Mazzitelli et al., 

2013) and hydrodynamic pinch-off mechanism to improve liposome preparation (Deshpande et al., 

2016). The previous methods produce microscale liposomes, however, they are not strictly 

microfluidics except for microfluidic hydrodynamic flow focusing (MHFF). Advanced encapsulation 

and loading efficiency were accomplished by producing unilamellar liposomes with diameters ranging 
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between 5 and 20 ɛm (Carugo et al., 2016). The particular physical characteristic of MHFF liposomes 

is the nano-unilamellar morphology, which has the potential to be scaled up and applied in clinical trials. 

Microchips are usually designed with a circular cross-section in 3D annular coaxial geometry (Hood et 

al., 2014) or a rectangular cross-section to force crossflow (Kastner et al., 2015). Both types promote 

the focus forces hydrodynamically, which intersect and sheath the two phases. The lateral or coaxial 

channel of the lipid consists of an aqueous phase stream (distilled water or buffer). The central or inner 

channel streams of the lipid phase are dissolved in an alcoholic solvent (Figure 48). 

 

Figure 48. Dolomite micromixer hydrophilic or hydrophobic chip. The alcoholic mixture is the central stream, 

while the water flows from inputs 1 and 3. 

 

Figure 49. Microscopic images showing the mixing patterns during the optimisation of the pump pressure. The 

pressure of the continuous central flow increased from left to right while the size of generated vehicles decreased.  

The volumetric and total flow rates for each phase should be controlled to noticeably adjust the size of 

the liposomes (Capretto et al., 2013). Diffusion dominates mass transfer at the liquid interface. The 

alcohol solubilises into the water phase until a critical concentration level is reached. Then, the self-

assembly of phospholipids triggers the liposome generation (Jahn et al., 2007) (Figure 49). The lipid 

molecules precipitate and the simultaneous structure forms the vesicles to minimise the repulsion forces 

between the lipids and the water (Jahn et al., 2010). The final morphology was controllable by the 

physical pressure and temperature parameters and by modifying the chemical conditions. The 

repeatability and reproducibility of the microfluidic techniques surpassed the bulk-phase preparations. 

This happened because they followed an analogous protocol that overcame the high polydispersity and 

heterogeneity of traditional liposomal suspensions (Kastner et al., 2014). Besides the previous 

advantages, MHFF offers the possibility of in-process control and monitoring during the continuous 

formation and scaling up of liposomes by multiple synchronised reactors (Capretto et al., 2013). 

1.3 Optimi sing the microfluidic preparation of liposomes 

The main improvements in the parameters of microfluidic technology have been investigated during 

the last two decades. It was reported that the average size of the liposomes was related directly to the 
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lipid concentration (Hood et al., 2013; Mijajlovic et al., 2013) and inversely to the flow rate. A higher 

rate of central alcoholic fluid forming smaller liposomes was observed (Jahn et al., 2007; Jahn et al., 

2010). The total flow rate and the geometry of the current microchip designs produced similar liposome 

suspensions, even with the recent micromixer of the Y cross-section shape, which is supposed to be the 

fastest turbulent micromixer to induce chaotic advection (Kastner et al., 2014; Walter et al., 2015; Hood 

et al., 2015). More studies are still needed to overcome the limitations of the available microchips for 

MHFF. Also, more studies should consider using cationic lipid mixtures and functionalisation, which 

may produce liposomes for biomedical applications, such as drug delivery for anticancer treatments in 

commercial medicines (Yang et al., 2013; Ran et al., 2019; Hamano et al., 2019). Moreover, the toxicity 

study of the isopropanol residual needs to be extended because it used to be the principal solvent in 

MHFF protocols, whereas ethanol was used by just a few studies as a safe alternative. During the 

development of ready-to-use liposomal products, specific dilution should be optimised before MHFF 

to guarantee the availability of the end product with the required fluid viscosity (Webb et al., 2020). 

Many limitations are still gapping and yet to be resolved to obtain stable and scalable liposomal 

therapeutic formulations. 

 In this project, the lipid mixture was composed of lecithin 90% soybean (LC), cholesterol 95% 

stabilised (CH) and tetrabutylammonium bromide (TBAB). TBAB is a double-chained quaternary 

ammonium surfactant that helps form unilamellar vesicles in water. A mixture from the previous 

compounds at a ratio of 0.1:0.1:0.1 g was suspended in 10 mL of alcohol at room temperature and 

stirred for 8 hours at 25 ęC. The saturated solution was then collected and filtered using a Millipore 0.22 

ɛm filter. Deionised water was used as an antisolvent. The microfluidic hydrodynamic focus relied on 

using a hydrophilic micromixer chip with crossflow geometry. At a ratio of water-to-alcohol 1:1 flow 

focus rate, the lipid in the centred alcohol stream exceeded the solubility level. Spontaneous self-

assembly was generated in a supersaturated environment to form spherical structures that enclosed the 

liposomal vesicles. 
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Figure 50. Microscopic images for liposomes before and after loading carnosine. (A & B) Optical, SEM, and 

TEM images were compared between the characterisation of empty blank liposomes (blue) and carnosine-loaded 

liposomes (green). (C) The histograms show the distribution of the liposome diameters. The diameters of 

liposomes n Ó 50 were measured using ImageJ. The mean diameter size for the blank liposomes was 82.9 ± 19.4 

nm and 284.1 ± 91.1 nm for the carnosine-loaded liposomes. The scale bar of TEM images = 100 nm. 
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1.1 Liposomes characterisation and physicochemical studies 

1.1.1 Optical, SEM, and TEM images  

During the preparation process, many images were captured with a camera attached to an optical 

microscope to show the size of the liposomes. The best technique to check the morphology of the 

liposomes is usually cryo-TEM operating at -194 °C. Herein, many samples were prepared for the 

available SEM and TEM imaging. An aliquot of the sample suspension was mounted on formvar films 

over copper grids and coated with 5 mm of gold. The air-dried liposomes were examined in the 

environmental chamber of fully automated vitrification SEM and TEM devices, with a relative air 

humidity of 100% and a temperature of 22 °C (Figure 50, A & B). The phospholipid bilayer lamellae 

dark shell surrounding a small chamber volume, which included the carnosine crystals in the loaded 

liposomes, was shown in the TEM images of the bright field (Figure 49B). The diameters of the blank 

and loaded liposomes were measured from the SEM and TEM images using ImageJ software. The mean 

diameter size for blank liposomes ƴ җ рл ǿŀǎ 82.9 ± 19.4 nm and 284.1 ± 91.1 nm for the carnosine-

loaded liposomes. Carnosine-loaded liposomes are a few times larger than unloaded probably because 

of the interaction of carnosine with the lipid on the liposomal surface (Tahara, et al., 2013). 

1.1.2 DLS: Diameter (DI ), Polydispersity (PD), and Zeta potential 

A particle size analysis of the liposome dispersions was performed using the DLS. The differential 

intensity percentage and the cumulative distribution were measured by DLS to show the hydrodynamic 

diameter and the dispersity of the liposomal formulation. The mean particle size was obtained from the 

results of three experiments for liposome preparation on different days. The hydrodynamic diameter 

and polydispersity measurements of the generated liposomes were carried out at 22 °C, diluted in the 

InVivoPure pH 6.0T dilution buffer (Table 2). It was indicated in the reported results that the similarity 

between the liposomes because of PD was 0.3, which refers to the uniformity in the size distribution of 

the liposomes before and after loading carnosine (Figure 51). Zeta potential was also measured by DLS 

for the liposomes in distilled water and was -77 ± 1 mV, which is expected from the negative charge of 

lipids. At the same time, using InVivoPure pH 6.0T dilution buffer to dilute the liposomes reduced the 

negative charge to -26 ± 1 mV, still high enough to maintain the dominance of the electrostatic forces. 

The use of InVivoPure pH 6.0T dilution buffer demonstrated suitability as a storage liquid that 

physiologically matches the pH of the nasal tissues (Edwards and Williams, 2004). 

Table 2. The diameter and polydispersity of empty and carnosine-loaded liposomes by DLS. 

 Blank liposomes Carnosine liposomes 

DI size (nm) 120.9 480.2 

PD 0.3 0.3 



Chapter 4: Micro vectors for drug delivery 
 

104 
 

 

 

Figure 51. The DLS normalised and cumulative intensity distribution of the blank and carnosine-loaded 

liposomes. The repeatability of the distribution for three individual batches of liposomes is shown in both. The 

red curve is the average cumulative intensity for three liposomal batches.  

 

Figure 52. FT-IR spectra for liposomes with carnosine, lipids as empty liposomes, and carnosine crystals. The 

carnosine-loaded liposomes displayed characteristic bending bands around 1600 cmī1 attributed to the carnosine 

peptide bond. 

Blank liposomes 

Loaded liposomes 

Wavenumber 

T
ra

n
s
m

it
ta

n
c
e
 

%
 
















































































































































































